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

Cultural heritage objects and interiors are not only housed in museums but are also 
found in historic buildings, which are often less climate-controlled compared to mu-
seums. In such buildings the indoor environment may be colder and more humid. The 
overall aim of the research presented in this thesis was to contribute to the understand-
ing of the actual cause-effect relationship between dynamic indoor environments as 
found in poorly-heated historic buildings and wooden objects housed in them. 

This compilation thesis consists of five papers which cover three complementary parts 
of the same research project: 

) Paper I aimed to investigate how existing recommended climate ranges are interpret-
ed and used by the cultural heritage sector.  As a tool for this study two risk assessment 
websites were used. Relative humidity and temperature data from four buildings with 
different degrees of climate control were uploaded on, and the risk for wooden objects 
was interpreted by, the two websites. The results from the two websites showed low 
agreement for the risk of mechanical damage in environments from historic buildings. 
This suggests that the knowledge of dynamic environments and the influence of low 
temperatures are not sufficiently studied.

) Papers II and III aimed to relate damage of painted wooden objects to the past and 
present indoor environments in historic buildings. The study examined to what extent it 
was possible to relate damage of painted pulpits in churches to past and present energy 
consumption (heat output) of each church. The total heat output during - was 
revealed from archives in the form of fuel costs and types of heating systems used by the 
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churches and was used as a proxy for energy consumption. A damage assessment was 
performed of the painted wooden pulpits in each of the churches. In this way both the 
indoor environment as well as the damage could be quantified and the two parameters 
could hence be correlated. The results suggested that more damage, in terms of craque-
lure in the paint layers, was present in churches with a higher heat output and there was 
increased damage in churches which used background heating compared to churches 
which did not. 

) Papers IV and V both developed a method and studied moisture transport in wood. 
The aim was to be able to record moisture diffusion and hence the impact of dynamic 
environmental conditions. In climate chamber studies various possible indoor environ-
ments were simulated and the method chosen in Paper IV was used to estimate the 
rate and distribution of moisture in wood over time. It showed that low temperatures 
reduced the moisture transport and increased the response delay, resulting in moisture 
content fluctuations of smaller amplitudes and hence a smaller mechanical impact on 
wood.

The overall result of the thesis is that low temperatures are beneficial for the preservation 
of the wooden objects. These findings are important because, from an energy saving 
perspective, they can contribute to how heating and climate control are used in historic 
buildings. However, these results also need to be validated. Further systematic, trans-
disciplinary research projects are needed where field studies, laboratory experiments as 
well as analysis and modelling are closely linked. These would reveal further insights 
into the influence of low temperatures on relative humidity and the subsequent impact 
on cultural heritage objects of various materials.
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!e author’s contribution to each paper

Paper I
Jonathan Ashley-Smith introduced the idea of comparing the two websites. However, 
the planning, implementation and writing of the paper were carried out by Bylund 
Melin alone.

Paper II
The original idea of this study was developed in cooperation between the two authors. 
Legnér carried out the archival research on church heating and provided those results. 
Bylund Melin made the damage assessments of the pulpits. Discussions on the results 
were by mutual agreement; however, compiling the two data sets and writing the major-
ity of the paper was done by Bylund Melin, with the exception of the section Historic 
data collection: method and results.

Paper III
The same allocation of responsibilities and work as for Paper II. Legnér wrote the section 
on Heating.

Paper IV
The original idea of monitoring moisture in wood was by Bjurman. Development of 
the experimental method was mainly done by Bylund Melin although Bjurman was 
consulted. The empirical work was done by Bylund Melin. Bylund Melin wrote the 
majority of the text with contributions from Bjurman. Gebäck and Heintz modelled 
the data received from the experiments and wrote the parts concerning the modelling.

Paper V
The planning was done by Bjurman and Bylund Melin in collaboration.  Execution of 
the experiments and writing the article were mainly done by Bylund Melin with input 
from Bjurman.  The modelling was performed by Gebäck from the data received from 
the experiments, see Paper IV.







Foreword and acknowledgements

1. Introduction
         . Research aim and objectives

         . Thesis methodology and disposition

         . Definitions and delimitations

2. Background
         . Indoor environments in historic buildings and museums

         . Characteristics of wood

3. Research overview
         . Moisture movement in wood

         . Sorption isotherms and hysteresis

         . Mechanical properties and deformation in wood 

  .. Dimensional change of wood due to changes in MC

44   Creep and stress-relaxation

46   Compression set

47   Fatigue

Contents



         . Relation between dynamic MC and deformation of wood

         . The environmental impact on wood as studied in the field of conservation

  .. Yield strain as the safety limit for avoiding mechanical damage  
            to organic materials

  .. RH changes and moisture transport in wood

  .. Wood’s response to RH changes

54   Response rate

57   Response delay

         . The influence of low temperature on moisture transport and deformation in wood

  .. Interaction between temperature and MC

  .. Temperature’s influence on deformation

  .. Sub-zero temperatures

  .. The influence of low temperature on painted wooden objects

         . The influence of age on wood’s mechanical properties

         . Monitored deformation of wooden objects and samples in  
   uncontrolled indoor environments

         . Summary and conclusions of Sections . to .

         . Damage assessment, cause-effect and damage functions

         . Environmental standards, guidelines, specifications and recommendations 



4. Summary of the studied parts
         . Background study: Evaluation of how risk assessment websites are using  
  existing research results on climate-induced damage and deterioration (Paper I) 

81  4.1.1 Introduction

82  4.1.2 Method

82  4.1.3 Results

         . Field study: Exploring a cause-relation method to quantify past and present  
  indoor environments and cumulative damage to objects (Papers II and III) 

83  4.2.1 Introduction 

83  4.2.2 Method 

84  4.2.3 Results 

         . Laboratory study: Monitoring moisture gradients in wood (Papers IV and V)

85  4.3.1 Introduction

86  4.3.2 Method

87  4.3.3 Results

5. Discussion and conclusion
         . Evaluation of how risk assessment websites are using existing research results on  
   climate-induced damage and deterioration 

         . Exploring a cause-relation method to quantify past and present indoor  
   environments and cumulative damage to objects 

         . Designing a method and studying moisture transport in wood exposed to  
   well-defined and controlled environments in a climate chamber using  
   the RH and T monitoring method 

         . Studies of the indirect influence of low temperatures and relative humidity  
  fluctuations present in historic buildings on deformation and moisture  
  sorption rates in wood 

6. Suggested future research

7. Glossary of terms



8. References
105         8.1 Personal communication

105         8.2 Written sources

Appendix
128         Previous publications in Gothenburg Studies in Conservation

Papers
135        Paper I

157        Paper II

173        Paper III

193        Paper IV

205        Paper V







Foreword and acknowledgements

Being a conservator, the discussions since the s and onwards on the recommended 
climate ranges for museum objects are well known to me. Due to continuous research 
these recommendations have gradually been widened. However, while working in a 
museum it is still not always straight-forward to give clear environmental recommenda-
tions for individual works of art on loan or for objects in showcases and exhibitions at 
the museum. I must admit that this uncertainty sometimes leads to stipulations which 
at times are probably unnecessarily strict. But still, I would rather recommend a too 
narrow climate range than put the museum objects at risk; this is after all my task as a 
conservator. On the other side of the coin is the frustration, knowing that strict climate 
control is not consistent with energy efficiency, which is becoming increasingly more 
important due to climate change. Are these two sides at all compatible?

I started my career as a stone conservator, mainly working with outdoor objects. One 
large threat was air pollution and the deterioration of limestone and sandstone orna-
ments on facades in cities was fast and frightening. Although conservation efforts 
could reduce the disintegration, it was obvious that to save this cultural heritage, the 
air pollution had to be minimised. Later I turned to conservation of sculptures and 
objects during my employment at The Nationalmuseum in Stockholm. The museum 
is located in a historic building, erected in . Climate control was challenging 
and stable relative humidity and temperature levels could, at that time, only be kept 
in parts of the building. Therefore one of my tasks was to maintain a stable relative 
humidity in display cases during exhibitions by using silica gel as a humidity buffer. 
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The performance, advantages and disadvantages of using silica gel later became the 
subject of my master’s thesis (Bylund Melin ). This work led to additional ques-
tions on the actual impact of relative humidity and temperature on objects made of 
hygroscopic materials. One of those was the direct and indirect influence of tempera-
ture on mechanical deformation.  

In  I was happy to become a PhD candidate in the Spara and Bevara research 
project and got the opportunity to study the impact of the indoor environment in 
historic buildings and its impact on wooden objects.  Now, after this long journey, I 
would say that this area is still one of great challenges in the field of preventive con-
servation because of the many factors which need to be considered in order to fully 
understand how hygroscopic materials respond to indoor environments. The indoor 
environments found in non-heated or partly-heated historic buildings can be consid-
ered the true worst case scenarios. Understanding how they affect hygroscopic materi-
als will also influence the environmental recommendations in museums so that they 
can be more safely adjusted for energy efficiency purposes.  It has been a privilege to 
have had the chance to study these questions in depth. It has been a long and chal-
lenging journey, but one I’m grateful to have made. 

The approach to this work is through the eyes of a conservator. Besides the empirical 
work behind the five papers of this thesis was a wish to compile and to better understand 
the research which has been performed in the field of conservation science as well as 
the adjacent research which has been achieved in wood science and building physics. 
Hopefully this combination will give new perspectives to continue research in our field.

The PhD project was carried out at the Department of Conservation, University of 
Gothenburg and funded by The Swedish Energy Agency (Energimyndigheten) as part 
of their support for the entire research programme. The research programme was ini-
tiated and managed by University of Uppsala, Campus Gotland (formerly Gotland 
University). Further generous financial support for this PhD project was provided by 
the Department of Conservation, University of Gothenburg, Berit Wallenbergs stiftelse, 
MŠrta, Gunnar och Arvid BothŽns stiftelse, and Svea Orden (Logen Ingeborg), which all 
are gratefully acknowledged. 

A number of people have supported me in my work and been of invaluable help to me 
in order to complete this thesis, which I need to acknowledge:

First and foremost I would like to thank my three supervisors; my main supervisor 
Professor Jonny Bjurman, PhD (University of Gothenburg) who believed in me and 
this project, I thank you for inspiring discussions and for giving me free hands to de-
velop this PhD project within the framework; Assistant Professor Maria Brunskog, PhD 
(Uppsala University, Campus Gotland) for the genuine support, indepth knowledge 
of the material wood and thoughtful comments and interest in this subject; Professor 
Elizabeth E. Peacock, PhD (University of Gothenburg), I thank you for encouraging 
discussions and sharing your thorough academic knowledge. I’m truly grateful for the 
time and knowledge that all three of you have shared with me over the years. 
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I’m also thankful to my examiner, Professor Ingegärd Eliasson, PhD (University of 
Gothenburg) and associate professor Katarina Saltzman, PhD (University of Gothen-
burg) for pushing and keeping the project moving forward at occasional low periods.  
A special thanks to the project leader of the Spara och Bevara project Professor Tor 
Broström, PhD (Uppsala University, Campus Gotland) for valuable discussions and 
constructive criticism at my final seminar. Professor Jonathan Ashley-Smith, PhD 
(Cambridge) who has followed me from the beginning of this project, was always 
encouraging and supportive throughout. His great ability to think outside the box is 
warmly acknowledged. A warm thanks to Marion Mecklenburg, PhD, (Washington) 
for your patience with me at your course in Visby , and for encouraging me to 
continue studying the impact of low temperatures found in unheated buildings.

A number of people have been incredibly helpful, reading parts of the thesis, being co-au-
thors of the papers or in other ways giving useful inputs. In particular I would like to thank:

Resercher Ottaviano Allegretti PhD (CNR-IVALSA, Trento), Professor Charlotte 
Björdal PhD (University of Gothenburg), Preventive Conservation Advisor Nigel 
Blades PhD (National Trust), Conservator Susan Braovac PhD (The Viking Ship 
Museum, University of Oslo), Professor Dario Camuffo PhD (CNR-ISAC, Padova), 
Conservator Tobit Curteis (Tobit Curteis Associates LLP), Professor Halina Dunin-
Woyseth PhD (Oslo School of Architecture and Design), PhD candidate Petra Eriks-
son (Uppsala University, Campus Gotland), Senior Lecturer Maria Fredriksson PhD 
(Lund University), Assistant Professor Tobias Gebäck PhD (Chalmers), Senior Re-
search Scientist Peder Gjerdrum, Phd (Norwegian Forest and Landscape Institute), 
Professor Alexei Heintz PhD (Chalmers), Conservator Astrid von Hofsten (National-
museum), Jan Holmström PhD, Technical engineer Håkan Jonasson (Intab Interface-
Teknik AB), Senior consultant Poul Klenz Larsen PhD (The National Museum of 
Denmark), Gustaf Leijonhufvud PhD (Uppsala Univeristy, Campus Gotland), Pro-
fessor Mattias Legnér PhD (Uppsala University, Campus Gotland), Professor Robert 
Kliger PhD (Chalmers, Gothenburg), Assistant Professor Cecile Krarup Andersen 
PhD (School of Conservation, KADK), Conservation Scientist Naomi Luxford Phd, 
Professor Erni Ma PhD (Beijing Forestry University, China), Professor Jacques de 
Maré PhD (Chalmers), Marco Martens PhD (Technical University Eindhoven), Pro-
fessor Emeritus Tom Morén PhD (Luleå University of Technology), Senior Research 
Scientist Douglas W. Nishimura (IPI, New York), Former Director James M. Reil-
ly (IPI, New York), Docent Jarl-Gunnar Salin PhD (Åbo), Head of school Mikkel 
Scharff (School of Conservation, KADK) and Professor Lars Wadsö PhD (Lund Uni-
versity) PhD candidate Magnus Wessberg (Uppsala University, Campus Gotland).

My present and former colleagues at the Department of Conservation, University of 
Gothenburg who have been such a good support, I thank you for your friendship; 
Christer Aronsson, Susanne Fredholm PhD, Assistant Professor Feras Hammami 
PhD, Ulrik Hjort Lassen PhD, Associate Professor Ingrid Martins Holmberg PhD, 
PhD candidate Karin Hermerén, Associate Professor Charlotta Hanner Nordstrand 
PhD, Associate Professor Ingalill Nyström PhD, PhD candidate Maria Nyström, 
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Head of Department Bosse Lagerqvist PhD, Professor Ulrich Lange PhD, Laila 
Stahre, Postdoctoral research fellow Jacob Thomas PhD, PhD candidate Malin Wei-
jmer, Postdoctoral research fellow Jonathan Westin PhD, Professor Ola Wetterberg 
PhD, and Katarina Östling (Gothenburg University Library).

I’m thankful to my employer the Nationalmuseum in Stockholm for granting me 
leave to write the last parts of the thesis and to my colleagues at the museum who had 
to take on extra workload in my absence: Kriste Sibyl, Anne-Grethe Slettemoen, Ve-
ronika Eriksson, Maria Franzon and Jan Blåberg. I also wish to thank the committee 
members of NKF-S (Nordic IIC Group-Sweden), for taking on my responsibilities as 
president during my periods of writing.

A very warm thank you goes to Diana Lee-Smith PhD (Mazingira Institute, Nairobi) 
for editing and proof reading all my manuscripts and papers during the entire process 
of writing this thesis. You have been a fantastic support! Postdoctoral research fellow 
Jonathan Westin PhD (The Department of Conservation, University of Gothenburg) 
made the good-looking lay-out of this thesis, thank you! 

My love and gratitude goes finally to my precious family. You continued to support 
me despite my long and never-ending trips to Gothenburg when our home was in 
Nairobi. Thomas, my husband, thank you for your backing and boost during these 
years, and our three children Frö, Tora and Pelle who became adults during the course 
of my studies.  My extended, however close, family has also been following this jour-
ney from the first row; my sisters Tove Bylund Grenklo and Klara Höglund as well as 
my adopted mother and dearest friend Sonja Wallbom. 

Stockholm, October 2017
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The aim of this thesis, Wooden objects in historic buildings: E!ects of dynamic relative 
humidity and temperature, was to contribute to the understanding of how indoor envi-
ronments (relative humidity (RH) and temperature (T) influence wooden objects, in 
order to avoid climate-induced permanent damage. The papers of the thesis comprise 
three parts or perspectives on this field: ) To evaluate the present understanding and 
interpretation of climate criteria as known in the conservation field by comparing two 
risk assessment websites, ) To relate damage and deterioration of wooden objects to 
the past and present indoor environments of historic buildings, and finally, ) To study 
moisture transport in wood during climate chamber experiments simulating different 
indoor environments found in historic buildings and museums. These parts were identi-
fied as being less studied during a literature review survey at the beginning of this PhD 
project, the focus being on existing cultural heritage research literature on the impact of 
indoor environments on objects and buildings (Leijonhufvud & Bylund Melin ).  

The PhD project is a part of the Spara och Bevara research project1, Part  (-) 
and Part  (-), which was the Swedish Energy Agency’s research program for 
energy efficiency in cultural heritage buildings (Spara och Bevara n.d.). While the Spara 
och Bevara project’s overall purpose was to increase the expertise in energy efficiency in 
cultural heritage buildings, the main focus of this thesis is the indoor environment in 

1. Spara och bevara is Swedish for Save and Preserve as in save energy and preserve objects and buildings

1 
Introduction





historic buildings and its impact on cultural heritage objects housed in these buildings. 
Saving energy is of importance also in historic buildings; However, such measures must 
not put cultural heritage objects at risk. The recommended climate variation is impor-
tant to identify so that energy efficiency measures can be taken without harming the 
objects and also, if possible, improve the preservation conditions for both buildings and 
objects. 

Objects made of hygroscopic, organic materials are in particular influenced by the in-
door environment. Wood, for instance, responds to changes in the ambient air. With 
an increase in RH the material will gain moisture from the ambient air and swell; 
with a decrease in RH the material will release moisture and shrink. If objects are re-
strained and changes in RH and temperature are large enough, mechanical deformation 
may become permanent and cause damage such as warp, cupping or cracks. High RH 
and temperatures also promote chemical and biological degradation. One key question 
which has been prevailing in this area of research is: which RH and temperature set points 
are the safest for objects and collections and which ßuctuation amplitude and duration can 
be allowed from this set point? This question has been studied in the museum context 
since at least the s (McCabe /). It became heavily debated in the s 
after the scientists at the Smithsonian Institution announced that the RH ranges could 
be widened from the previously accepted narrow specifications (class :  or  +/-  % 
RH and  +/-  °C (winter) up to  +/-  °C (summer)) suggested by Gerry Thomson 
(Thomson ; Thomson ; Schultz ). On one side were, generally speaking, 
engineers and researchers who advocated that wider recommended environmental cli-
mate ranges could be tolerated by most museum objects and were necessary because 
museum climate control systems are energy demanding and therefore a heavy financial 
burden. On the other side were predominantly conservators who argued that the issue 
had not been fully examined and that museum collections, which were known to be 
in good condition in the stable indoor environment, should therefore not be put at risk 
in more unstable environments (Real ; Erhardt et al. ; Lull & Junction ; 
Appelbaum ; Weintraub ). Interest in the topic has not dimished over time; 
on the contrary, the growing need to save energy due to climate change has put further 
pressure on museums and collection managers to reduce energy consumption and thus 
also costs (Burmester & Eibl ). However, it should also be pointed out, as was done 
at the IIC Hong Kong Congress panel discussion Preventive conservation and the envi-
ronment in , that conservators are aware of their social responsibility, when it comes 
to environmental issues, to address alternative ways of reducing energy consumption in 
museums. Moreover, conservators in general have shifted from having a more idealistic 
attitude in preservation matters to becoming more relativistic, more focussed on man-
aging change. Conservation scientists were encouraged to find research solutions on the 
issues raised. Conservators should on the other hand give time to understanding the 
historic conditions of collections in buildings with no climate control (Atkinson ).

The growing threat of climate change and temperature increase to cultural heritage 
has resulted in research projects which predict future climate change and its impact on 
cultural heritage buildings and the indoor environment in those buildings. "e Global 
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Climate Change Impact on Built Heritage and Cultural Landscapes; NoahÕs Ark Project 
( – ) brought forward the fact that little attention had been paid to the impact 
of global change on cultural heritage and that this needed to be better recognised and 
perceived as relevant. Due to climate change, a range of direct and indirect effects were 
expected to be observed on built heritage. The results of the Noah’s Ark Project were 
presented as maps that linked climate change to potential damage to material heritage, 
from the near future to the far future. Moreover, guidelines for various materials were 
produced. For wooden objects in historic buildings, mechanical damage due to large 
RH changes (+/-  %) would be expected throughout Europe, with northern Europe 
as an exception (Sabbioni et al. ; Sabbioni n.d.). 

Cassar and Pender used a climate model to study a range of climate scenarios. They 
predicted an increase in warmer and wetter winters as well as greater contrasts between 
summer and winter seasons. Moreover, a questionnaire was sent to heritage managers 
of  different cultural heritage sites in the UK to answer questions as to whether they 
could observe changes to their sites related to climate change. Almost all heritage man-
agers had noticed progressive changes in the climate patterns at their sites, mostly in 
terms of increased wind-driven rains and rivers flooding. Predicted changes in RH and 
temperature were considered to be small and gradual. However, concern was expressed 
over the indirect future effect of an increased demand for mechanical cooling in the 
summer periods (Cassar & Pender ). 

The EU research project Climate for Culture ( - ) studied the impact and miti-
gation strategies for preservation of cultural heritage in times of climate change. The 
project developed simulation models to estimate the impact of future global change on 
the indoor environments in different types of buildings in different regions of Europe. 
For instance, the models can be used to estimate the future energy demand for climate 
control in historic buildings. According to the project the indoor temperature in non-
heated buildings in parts of northern Europe will at first ( to ) increase but in 
the far future ( to ) decrease. For mould growth there is a predicted increase 
both in the near and far future (Leissner et al. ). 

Transfer functions have also been used to predict the future indoor environments in 
non-heated historic buildings. The results by Lankester and Brimblecombe suggest that 
both the outdoor temperature and indoor temperature will increase. On an annual ave-
rage, indoor RH generally will not change much, or might even decrease, because the 
temperature is becoming higher. However, there are individual differences at different 
European locations. Moreover, a seasonal level RH indoors results in slightly higher 
values in winter and lower in summer in non-heated buildings (Lankester & Brimble-
combe a; Lankester & Brimblecombe b). 

In the field of conservation, the impact of climate change has been internationally de-
bated with a focus on objects and museum collections, noticeable in the round table 
discussions arranged by the International Institute for Conservation of Historic and 
Artistic Works (IIC) and the Getty Conservation Institute (GCI); ExpertsÕ Roundtable 
on Sustainable Climate Management Strategies (The Getty Conservation Institute ), 
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Climate Change and Museum Collections (IIC ) and "e Plus/Minus Dilemma: "e 
Way Forward in Environmental Guidelines (IIC ). The participants agreed that cli-
mate change is a threat to museum buildings and collections and that museums need 
to take measures to contribute to saving energy and reducing their carbon footprints. 
Agreements reached at those meetings on what are acceptable climate ranges are still 
not generally accepted and implemented, although the conferences and meetings have 
generated more scientific research. 

Organised by the Netherlands Organisation for Scientific Research (NWO) and Ri-
jksmuseum Amsterdam, about  international conservators and scientists met in  
to discuss a number of research topics which would advance the field of panel painting 
conservation. Their report, "e conservation of panel paintings and related objects: Re-
search agenda 2014-2020, emphasised that a balance between preservation of art, energy 
cost and effects on buildings in the widest sense, should be encouraged. They agreed 
on the need for research which should include: modelling behaviour patterns including 
validation studies, experimental population studies, analysis of hygro-mechanical prop-
erties of ageing wood in panels and inter-laminar stress and fracture mechanics, which 
also affect paint layers (Kos & van Duin ). 

In  a public Summit on the museum preservation environment was held at the Smith-
sonian Institution, Washington DC. Two themes of importance for future studies were 
identified during the discussions; firstly the importance of collaboration in establishing 
and maintaining preservation environments and secondly the need to separate stand-
ards based on urban myths or traditions from evidence-based decision making (Stau-
derman & Tompkins ). 

It is clear that the cultural heritage sector is aware of the need for additional research, 
which should include both preservation of museum collections and energy efficiency 
measures. In fact several libraries, archives and museums have implemented new cli-
matic strategies on a number of different levels (Boersma et al. ). The research on 
environmental impact on objects has also resulted in new guidelines and standards as a 
result of existing knowledge. This is presented in more detail in Section .. 

However, the area of research is complex and does not always give clear and direct 
research results. Common to objects found in both historic buildings and museums 
is that they are often of a substantial age and may have been subjected to a variety of 
different indoor environments, either because of transfers between different locations 
or due to changes of indoor environment in the one building. To link the damage and 
deterioration visible today to indoor environment is not a straight-forward task (Strlič 
et al. ). The environmental impact can result in chemical and biological deteriora-
tion or mechanical damage either as an individual response to deteriorating agents or as 
complex synergetic or antagonistic responses (Koestler et al. ). One way to tackle 
this problem is to reduce the number of variables in scientific experiments. However, 
the more the experiments are designed in order to be reproducible the less they resemble 
observations in reality (Ashley-Smith ). 
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The recommended climate ranges as they are known today are thus mainly derived from 
the results of laboratory experiments (Atkinson ). Moreover, because of the diver-
sity of cultural heritage collections and objects as well as the indoor environments in 
which such objects are housed, it is important to find methods to validate experimental 
results through the actual impact on objects in the real world. This is acknowledged 
by the Getty Conservation Institute (n.d.) in their current research project Managing 
Collection Environments Initiative which uses laboratory research in combination with 
field studies to reach a better understanding of the response of hygroscopic materials 
to climatic fluctuations. In the same research project an epidemiological approach was 
proposed for quantifying mechanical damage due to indoor environment (Druzik & 
Boersma ). Another promising ongoing research program is the ClimateWood 
project, a collaboration study between Rijksmuseum, the Universities of Technology 
of Eindhoven and Delft and the Netherlands Cultural Heritage Agency. In this project 
a combination of a large-scale, systematic analysis of the condition of wooden cabinet 
doors and panel paintings with a modelling study is used to determine safe environmen-
tal ranges (Ekelund et al. ; Ekelund et al. ). 

The early research focus on the impact of indoor environment on objects was primarily 
on the museum environment in buildings which could be climate controlled to desired 
levels of RH and temperature. Although it was clear that cultural heritage objects were 
also located in historic buildings, it is only recently that these buildings have gained 
more focus. There are knowledge gaps in this area particularly for collections and ob-
jects housed in historic buildings that are not climate controlled, or only partly climate 
controlled. An area understood to need further research is the indirect effects of low 
temperatures. Moreover there are no systematic damage assessment studies of objects 
in historic buildings which could support experimental results from laboratory studies 
(Leijonhufvud & Bylund Melin ). After World War II many churches became 
permanently heated with their indoor climate changing from generally cold and humid 
to warmer and dryer. The consequence was alarming as noticed by many conservators. 
Medieval altarpieces and polychrome sculptures of high cultural heritage value became 
desiccated and seriously damaged in a short period of time (Tångeberg ; Olstad 
; Brunskog ). Similar effects were observed for hygroscopic objects in other 
types of historic houses which became heated (Michalski b; Staniforth et al. ) 
or moved from damp conditions to museum environments of  % RH (Padfield ). 
In recent years it has been observed that painted wooden objects in non-heated historic 
buildings with an indoor environment far from the climate controlled museums are of-
ten in a surprisingly good state of preservation (Brunskog ; Schulze ; Atkinson 
). 

The need for energy efficiency measures in historic buildings and museums is 
acknowledged. In large parts of the world it is generally accepted that societies need 
to preserve selected, objects and historic buildings for the benefit of their people. The 
fact that the professionals involved in research and conservation of cultural heritage ob-
jects are not in agreement with the present recommended environmental ranges should 
encourage more studies. A focus on indoor environments in historic buildings with 
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insufficient climate control will not only show the impact on objects during assumed 
adverse climate conditions, but will ultimately contribute to research on the recom-
mended indoor environment in museums. This in turn will have an impact on energy 
consumption.

1.1 Research aim and objectives
The overall aim of the research presented in this thesis is to contribute to the under-
standing of the cause-effect relationship between dynamic indoor environment and 
wooden objects, particularly in the combination of high RH at low temperatures as 
found in poorly-heated historic buildings during winter periods.

The research focusses are on the following objectives:

• To evaluate how risk assessment websites are using existing research on climate-in-
duced damage to interpret the risk for mechanical damage, chemical and biological 
deterioration to wooden objects (Paper I)

• To explore a cause-relation method to quantify past and present indoor environments 
and cumulative damage to objects in order be able to relate environment to damage 
(Paper II and paper III) 

• To design a method which can monitor gradient changes of moisture content in 
wood during longer periods of time, to be used in laboratory settings as well as in 
field studies (Paper IV)

• To study moisture transport in wood exposed to well defined and controlled envi-
ronments in a climate chamber, using the method developed in Paper IV in order to 
broaden the understanding of the underlying mechanisms of mechanical deforma-
tion in wooden objects (Paper IV and paper V) 

• To study the influence of low temperatures on relative humidity fluctuations and the 
subsequent moisture sorption rates and deformation in wood (Papers I – V)

1.2  !esis methodology and disposition
To regulate RH and temperatures for the benefit of the objects is one of the corner 
stones in preventive conservation or environmental preservation. Such measures will in-
fluence the largest number of objects or collections and is a continued, theoretically 
endless process (Muños Viñas ). To widen the research to fully understand the 
impact of RH and temperature, various natural indoor environments need to be studied 
in relation to damage of objects. Through carrying out studies of what is considered to 
be adverse indoor environments and their impact on objects it is possible to take steps 
towards a more approved environment. The lack of knowledge identified in the review 
paper written at the beginning of this PhD project set the direction for areas to be 
looked into more deeply through the empirical work. One such area was the influence 
of low temperatures in non-heated buildings (Leijonhufvud & Bylund Melin ). 
Observations by conservators on the often good state of preservation of fragile objects 
in non-heated environments (Brunskog ; Schulze ; Atkinson ), far from 
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those presently used in museums, had not been analysed in a systematic manner before. 
To describe the thesis briefly, it can be seen as consisting of three parts. 

The aim of the first part was to investigate how existing recommended climate ranges 
are interpreted and used by the cultural heritage sector. For this purpose, two different 
risk assessment websites, eClimateNotebook and Physics of Monuments, were used. RH 
and temperature data was uploaded on the two websites and in return an assessment 
of the risk for chemical and biological deterioration as well as mechanical damage for 
different materials was received. In this part four different sets of environmental data 
were used, recorded from different indoor environments: ) from a museum with a typi-
cally stable indoor environment; ) from a church with temperature control but no RH 
control; ) from a dehumidified room in a castle and ) from a second room in the same 
castle with neither RH nor temperature control. These data sets were uploaded on both 
the two websites and the results were compared and interpreted. 

The second part was an in situ study which aimed to relate damage of painted wooden 
objects to past and present indoor environments. It emphasised that damage and de-
terioration are often cumulative and methods are needed in order to quantify both 
damage and indoor environments. The study examined to what extent it was possible to 
relate damage of painted pulpits in  churches on the island of Gotland to the historic 
and present energy consumption of each church. For this purpose the total heat output 
during -, as revealed from archives as fuel costs and heating systems of the 
churches, was used as a proxy for energy consumption. In addition, damage assessment 
of the painted wooden pulpits in each of the churches was performed. In this way both 
the indoor environment as well as the damage could be quantified and the two para-
meters could hence be related.

The third part consisted of laboratory studies on moisture transport in wood. The aim 
was to develop and use an improved method for monitoring moisture gradients in wood 
in order to be able to study the effect of dynamic environmental conditions. The method 
consisted of data loggers with miniature sensors which were inserted into samples of 
fresh, seasoned wood at different depths. The tests were performed in a climate chamber 
where RH and temperatures were programmed to simulate different indoor environ-
ments. In this way the indirect effect of low temperatures on the rate of moisture trans-
port could be traced. 

The need to point out which areas of research were incomplete and needed further 
research inspired the first part. The second and third parts were designed to link a field 
study with a laboratory study, since such coupling was missing in many other earlier 
studies, with the obvious difficulty of results validation. This coupling was considered 
crucial because it was assumed that the results of the field study alone would not gener-
ate significant scientific evidence. They needed to be verified by the laboratory experi-
ments. Methods for field studies (relating actual damage of objects to indoor environ-
ments) are of importance because these might reveal the actual cumulative, synergetic 
effect of chemical and biological degradation as well as mechanical damage. Methods 
which can accurately monitor moisture movement in wood due to a variety of RH and 
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temperature combinations over time may predict the deformation of wood and thereby 
also the damage, or lack of damage, seen on objects in various environments. As far as 
known, such methods have only been constructed and used in a few experimental stud-
ies (Brischke et al. ; Fredriksson et al. ). 

The disposition of the thesis is as follows: The Background chapter (Chapter ) presents 
the basics on indoor environment in historic buildings and the brief characteristics of 
wood as a material. Chapter , the Research Overview, includes state-of-the art know-
ledge on moisture transport in wood and deformation of wood. The aims of these two 
chapters are several. One was to understand how different research fields approached the 
same subject. Another was to gain more in-depth knowledge on the subjects which had 
been studied during the research for this thesis and presented in the five papers. This 
included both laboratory studies on wood as well as field studies of actual wooden ob-
jects in their own environments. A quite large portion of the theoretical framework was 
concentrated on the results of laboratory experiments studying deformation of wood 
subjected to changes is RH. Although this subject was not covered by the research car-
ried out in this thesis, Chapter  aimed to provide the necessary background knowledge 
for understanding how moisture transport can result in various types of deformation.   

It was clear from the beginning that research performed on these subjects in wood sci-
ence, building physics and engineering science had a different approach and focus from 
conservation science. To emphasise this difference these parts were mainly presented 
separately (Sections . to . and Section .). The direct and indirect influence of 
temperature, in particular low temperatures, is presented in a separate section. Since the 
research on low temperatures is rare in all disciplines mentioned above, Section . uses 
the collective references found. 

One way to evaluate the state of preservation of wooden objects which have been sub-
jected to assumed adverse indoor environments is to study the mechanical properties of 
aged wood in comparison with fresh wood. This is presented in Section .. Only a few 
research projects have studied the actual dimensional change in indoor environments 
of historic buildings and museums. In Section . these studies are compared and also 
related to the yield strain, recommended as being a climate criterion in the field of con-
servation. The information on moisture transport, deformation and the impact of low 
temperatures is also summarised in Section .. Damage assessment, a common method 
used in risk assessment in conservation and addressed in Paper II and Paper III of this 
thesis, has been questioned as a tool to relate damage to indoor environment and this 
is discussed in Section .. The following Section . describes the environmental 
guidelines and standards which are the result of current state-of-the-art research. 

The three research parts covered by the five papers are presented in summary in Chapter 
. It is followed by Discussion and conclusion (Chapter ) and Suggested future research 
(Chapter ). Relevant terms which will assist the reading are listed in Glossary of terms, 
Chapter . Finally the five individual papers are presented at the end of the thesis. 
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1.3  Definitions and delimitations
Research on the impact of relative humidity and temperature on hygroscopic materials 
is not new. In recent years several researchers have summarised the early knowledge 
from a historical perspective (Michalski a; Brown & Rose ; Erhardt et al. 
; Caple ; Staniforth ; Atkinson ; Boersma et al. ; Michalski 
). This thesis takes its start in the environmental specifications published by Gerry 
Thomson and "e Museum Environment (Thomson ) because these specifications 
were the benchmark for the continued research, on the impact of RH and temperature 
on various hygroscopic materials.

In this thesis the indoor environment is defined as RH (the non-dimensional ratio be-
tween the actual pressure of the vapour and its saturation vapour at the same tem-
perature), most often expressed in percent (%), and temperature (the condition that 
determines the direction of the net flow of heat from a warmer to a colder body), here 
expressed as °Celsius (°C) (Camuffo ). There is a strong dependence of temperature 
on RH and hence the temperature is of importance in non-heated buildings which ex-
perience large temperature variations on a daily and seasonal basis. Monitoring RH and 
temperature is often related to considerations and obstacles. Local variations in RH and 
temperature will create micro-climates as found in various areas in historic buildings. 
These issues are of importance when studying the indoor environment and the impact 
on the building itself or objects housed. However, they are out of the scope of this thesis 
and will not be further discussed here. 

Wood was chosen to be the representative organic material of this study. The reason for 
this choice was that objects made of wood are extensively found in historic buildings, as 
free-standing objects or as immovable parts of the interior. Painted wooden objects are 
considered to be highly vulnerable to adverse indoor climates as discussed in the preven-
tive conservation literature regarding recommended climate criteria for museum objects 
(Mecklenburg et al. ; Bratasz b). Therefore, research on mechanical damage of 
painted wooden objects has been published extensively. 

The paint layers on wooden supports are not the focus of this thesis as such, except as 
potential indicators for movements in wood substrates such as craquelure or delamina-
tion due to adverse indoor environments, as described in Papers II and III. Moreover 
they can act as a physical barrier and hence reduce the moisture exchange rate between 
the ambient air and the underlying wood substrate, which may give peculiar types of 
deformation of the wood. 
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Although museum environments are not the primary focus of this thesis, museum en-
vironments cannot be entirely ignored and need to be discussed in relation to the envi-
ronment of historic buildings. It is acknowledged that there are many museums located 
in historic buildings and there are examples of both indoor environmentally-controlled 
and less environmentally-controlled museums irrespective of the age of the building. 
However, the definition of a museum in this thesis is a building which is strictly RH 
and temperature controlled for the benefit of the objects, with a room temperature 
level suitable for visitors and staff. This is opposite to a historic building which is here 
presumed to be a building of some age, ranging from poor shelters built of low-cost 
material and simple construction such as rural vernacular houses, to elaborate and mas-
sive buildings such as manor houses, churches, cathedrals, castles and palaces. It is no-
ticed that in cultural heritage literature found for the purpose of this study, the historic 
buildings studied were predominantly churches, manor houses and palaces. The type of 
building as such is of little importance for this study; however all such historic buildings 
are clearly less climate-controlled than museums.

2 .1 Indoor environments in historic buildings and museums
A museum’s main task is to use its collection, that is, to exhibit it to visitors and make 
it accessible to researchers, at the same time safeguarding it for coming generations. 
Cultural heritage objects in historic buildings are likewise often on display or in use for 
instance as a part of the liturgy in churches. Adverse levels or fluctuations of ambient 

2 
Background
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RH and temperature are considered one major threat to objects of hygroscopic materials 
and substances. Thomson’s () specifications for a Class  museum environments are 
 to  °C and 50 to 55 % RH (set points) with recommended daily fluctuation from the 
set points of ±  °C and ±  % RH respectively. Energy costs are influenced by control-
ling the indoor climate ranges. As seen in Fig. , the more stable and narrow the desired 
climate fluctuations, the larger the energy consumption. This exponential relationship be-
tween energy cost and consumption and the variance (short term fluctuations) in indoor 
temperature and RH has also been confirmed in the research by Artigas (). 

The indoor environment in historic 
buildings is difficult to control to the 
same standards as in museums. These 
buildings often have large interior vol-
umes with a high air infiltration rate, 
which obstructs efforts to regulate 
indoor RH and temperature (Oreszc-
zyn et al. ). Historic buildings 
themselves are often of a high cultural 
heritage value and therefore interven-
tions, such as installation of air con-
ditioning plants or alterations to the 
building envelope to decrease the air 
infiltration, may be restricted. There is 
also an increased risk of installing air 
conditioning to increase RH to levels 
suitable for objects and at the same 
time keep temperature to levels suit-
able for humans, due to condensation 
risk and hence freezing in the walls 
(Padfield ; Mecklenburg c). 

There are several different heating or climate-control strategies which are known in 
historic buildings; background heating is often used to keep a low general temperature 
above the freezing point in buildings, for instance to prevent water pipes installed in 
the walls from bursting at freezing temperatures; intermittent heating is used by many 
churches and results in cold and humid climates during the weeks and higher tempera-
ture and reduced RH during Sunday services (Klenz Larsen & Broström ). Conser-
vation heating or hygrostatic heating uses the temperature to regulate RH. The method 
was developed by the Canadian Conservation Institute (CCI) and is extensively used 
by for instance in the National Trust’s (UK) properties (Lafontaine & Michalski ; 
Blades & Staniforth ). There are also several examples of buildings which are de-
humidiÞed with no temperature control, for instance Läckö Castle in southern Sweden 
(Bylund Melin et al. ). There are combinations and variations of these strategies, for 
instance background heating and intermittent heating in rural churches, as common in 
Swedish churches. Padfield et al. () and Rhyl-Svendsen et al. () have explored 

Fig. . The energy cost for the fiscal year  in relation to the annual RH 
fluctuations of different buildings belonging to the Smithsonian Institution. 
(Provided courtesy of Marion Mecklenburg, unpublished data).
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variations of conservation heating and passive climate control in museums and archives 
housing large amounts of moisture-buffering materials which successfully stabilise the 
indoor environment. There are also buildings which have no active climate control and 
still keep cultural heritage collections which are only protected by the building enve-
lope. Probably the most well-known example in Sweden is Skokloster Castle where 
the majority of the exhibition rooms are non-heated (Broström & Leijonhufvud ). 
Finally, there are buildings which are heated to human comfort year round without 
controlling RH, resulting in a very low RH in the winter periods. 

The diversity of indoor climates in many historic buildings that are far from the ideal 
preservation climate in museums make these buildings suitable places to study im-
pact on hygroscopic objects. Indoor environments which could be found in historic 
buildings and are selected for study in this thesis are several. Fig.  shows annual RH 
and temperature data from a non-heated, a dehumidified and a strict temperature-
controlled building in comparison with a climate-controlled museum environment. 
The indoor environments in such buildings range from cold (occasionally sub-zero 
temperatures) and humid, via warm and dry, to a stable environment in both RH and 
temperature. 

Only quite recently have focused compari-
sons of different climate-controlled meth-
ods for historic buildings been performed. 
Klenz Larsen and Broström compared 
conservation heating and dehumidification 
(absorption dehumidifier for low tempera-
ture environments) in two different types of 
buildings. The method which performs the 
best does so due to several factors; the air 
exchange rate, the volume of the room or 
building and the U-value (the rate of heat 
through a structure). For small buildings, 
dehumidification is more efficient, unless 
the building is very leaky. For large build-
ings conservation heating with heat pumps 
appears to be more energy-efficient, unless 
the thermal insulation is very poor (Klenz 
Larsen & Broström ). In a study by 
Wessberg et al. () three different meth-
ods were compared (conservation heating, 
dehumidification and adaptive ventilation) 
with the purpose to reduce RH and hence 
the mould risk in the non-heated Skokloster 
Castle. Both active climate-control methods 
were considered very energy-efficient. How-
ever between the three methods, dehumidi-

Fig. . RH and temperature during one year in different buildings with 
different types of climate control. A) Illustrates a museum building envi-
ronment with both RH and temperature control aiming to keep RH at  
 % and temperature at  °C. B) is a church environment with tem-
perature control, programmed not to drop below  °C. RH is not 
controlled, resulting in very low RH during winter periods. C) is a his-
toric building with dehumidification which turns on if RH exceeds  
%. Temperature is not controlled and drops below  °C. D) is the same 
building as C but from a part of the building with neither RH nor 
temperature control.
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fication was the least energy-consuming and also the most effective in reducing mould 
growth. It is clear according to Fig.  that dehumidification creates an indoor environ-
ment which is stable on a seasonal RH basis, although the short term fluctuation ampli-
tudes are similar compared to the uncontrolled environment.

2 .2  Characteristics of wood
Wood has been used since ancient times and is one of the most common materials in 
building construction, interior decoration and thus also objects found in cultural herit-
age contexts. Wood as found in cultural heritage objects in historic buildings and mu-
seums has, since the growing tree was cut, been seasoned and most of the liquid water 
present in the living tree has disappeared. Below follows a brief description of wood in 
general. It is focussed on softwoods and Scots pine (Pinus sylvestris) in particular, as this 
wood species was used for the laboratory studies in this work and predominated in the 
in situ studies, of the Gotland churches. If no references are cited, the sources used in 
Section . are from Kollman and Côté (), Esping (), Hoadly (a; b), 
Glass & Zelinka (). 

Wood is a heterogeneous, hygroscopic, anisotropic (the properties are directionally 
dependant), organic material. It consists mainly of woody cells which chemically are 
mainly composed of fibrils of cellulose (- %), hemicellulose (- %) and lignin 
(-%). Cellulose gives wood its structure as the skeleton and is resistant to tension 
forces. Hemicellulose is the matrix and lignin is the encrusting substance, providing 
resistance to compression. Each woody cell consists of an outer cell wall and an inner 
cell cavity (lumen). In the cell walls one type of pores (pits) are seen as recesses of the 
cell walls, through which moisture and liquid water can be transported. A membrane 

in the opening, sensitive to pressure, 
regulates the moisture flow. The cel-
lulose cells have mostly a long shape 
(traceids), giving wood its grain di-
rection, parallel to the stem. Perpen-
dicular to the longitudinal cells are 
ray cells, grouped together in flat rays. 
The pits mostly serve the tangential 
moisture movements and the rays the 
radial moisture transport.

Fig. . A sample of pine showing typical growth ring patterns 
(the light coloured part of the annual rings is early wood 
and the darker part of the rings is late wood).  The symbols 
indicate the three anatomical planes; tangential surface (T), 
radial surface (R) and cross-sectional surface (X). Adapted 
from Hoadley (2000).
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Fig. . Two boards sawn from a log. Board A is cut through the pith 
of the stem and has a radial (quarter sawn) cut. Board B is flat sawn 
(tangential) in cut (Laboratory Forest Products ).

Cross sections of many wood trunks, such as pine, reveal an inner core of dark-coloured 
wood (heartwood) and an outer, lighter-coloured shell (sapwood). Moreover, wood from 
temperate regions is divided into darker (late wood) and lighter (early wood) growth rings 
indicating the growing pattern over the annual seasons. The density of wood varies be-
tween species and as a consequence the moisture content (MC) also varies due to the abil-
ity of the cell walls to swell and shrink. Time () showed that the dry density of the 
same species can vary dramatically. Her tests showed differences of as much as  to  
kg/m between different samples of the same species. The density parameter can therefore 
be a factor of miscalculation in modelling.

Wood is normally described according to its three 
structural planes, transverse (cross-sectional), 
tangential and radial directions (Fig. ). Lum-
ber is often sawn as boards or planks in the tree’s 
lengthwise (longitudinal) direction as seen in Fig. 
. Radial cut (quarter sawn) pieces are those cut 
through the pith (centre) of the stem and the oth-
ers are the tangential cut (flat sawn). Quarter, or 
radial boards are the most dimensionally-stable 
and are therefore considered as being the best 
quality.
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3 .1 Moisture movement in wood
If no references are cited the sources used in Section . are from Kollman and Côté 
(), Esping (), Hoadly (a), Hoadly (b), Glass & Zelinka (). 

In the growing tree the root, stem and branches are saturated with sap, as liquid water 
in the pores, and bound water, held by intermolecular attractions (hydrogen bonding), 
within the cell walls. After felling, when the tree is cut and exposed to the atmosphere, 
it will begin to dry, initially losing the free water in the lumen. When no more liquid 
water remains in the wood it has reached the Þbre saturation point (FSP) and the remain-
ing water is found as bound water in the cell walls and as moisture vapour in cell lumens 
and pit openings. At this point the MC is approximately  % by weight. Below FSP, 
wood enters the hygroscopic range, and will adsorb2 (gain) and desorb (release) mois-
ture from the ambient air depending on the actual RH and temperature. Theoretically, 
FSP coincides with  % RH of the ambient air. In the hygroscopic range most of the 
physical and mechanical properties of wood, as well as reaction to biological agents such 
as decay fungi and insects, are affected by MC. Changes in RH and temperature can 
make wood shrink, swell and cause change in strength. 

2. In the context of wood in contact with ambient air, adsorption is the adhesion of water molecules to the sorption 
sites on the surface of the cell walls of the wood. Absorption is a process where water molecules (fluids) assimilate 
throughout the bulk of the wood.

3 
Research overview
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The MC in wood is defined as the mass of water in relation to the oven-dried wood, ex-
pressed as a percentage. In the hygroscopic range, it includes only the bound water in the 
cell walls. Equilibrium moisture content (EMC) is defined as the MC at which the wood 
is neither adsorbing nor desorbing moisture from the ambient air. This will only occur if 
RH and temperature is constant for a long-enough period of time for the wood to be fully 
acclimatised to the ambient air throughout. This may take a very long time and during 
real-life conditions it is uncertain if EMC is ever reached (Engelund et al. ). 

A large amount of research has been performed on moisture movement in wood, both 
in wood science in general and in particular in the area of wood drying. The results and 
conclusions are often ambiguous and inconsistent (Avramidis ). Moisture in wood 
below FSP is transported via a combination of water vapour diffusion in the lumen voids 
and through pit openings, as well as bound water diffusion in the cell walls (Fig. ). The 
driving forces (potentials) for the diffusion are governed by differences in moisture con-
centrations (moisture vapour and bound water) in the wood. Also, sorption processes, 
including adsorption and desorption between cell walls and lumens in order to attain 
equilibrium, are present (Fig. ).

Table  presents the percentile distribution of moisture transport in cross grain direction 
at different MC and temperatures, compiled by Esping (). It shows that the dominant 
transfer is the sorption processes. However sorption and diffusion vary both with MC 
range and temperature. Sorption and bound water diffusion increase with higher MC but 
are fairly resistant to temperature differences. Moisture vapour diffusion in lumens and 
pit openings, on the other hand, decrease with higher MC but increase with temperature.

The di!usion coe#cient (diffusivity) is a quantitative measure of the diffusion rate (Avra-
midis ). The higher the diffusion coefficient, the faster is the diffusion. It is ap-
proximatley  times higher for water vapour diffusion in the lumens (longitudinal 
direction) compared to the resistance created by the cell wall in the tangential and ra-

dial directions. This is the reason why the 
total moisture transfer is determined by 
the cell wall sorption (Esping ; Avra-
midis ). Although moisture trans-
fer is slower across the grain (tangential 
and radial directions) compared to in the 
grain direction, the bound water diffusion 
is often the most important in wood dry-
ing because of the often-shorter distance to 
the wood surface of, for instance, a plank 
(Zítek et al. ). Moreover, the diffusion 
coefficient is  to  % higher in the tan-
gential direction compared to the radial 
direction (Avramidis ).

Fig. . Moisture transport model in wood (Krabbenhoft & Damkilde 
). Longitudinal transport (horizontal direction in the picture) con-
sists of vapour and air movement in the lumens and through pits in the 
cell walls or as bound water diffusion in the cell walls. Tangential and 
radial movements (vertical direction in the picture) of moisture are mainly 
a sorption/diffusion process through the cell walls.
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3 .2  Sorption isotherms and hysteresis
In the hygroscopic range the relationship between EMC in the wood and RH of the 
ambient air at constant temperatures is represented by a sorption isotherm (Avramidis 
). Sorption in wood can be explained as a displacement of the equilibrium between 
water vapour, sorption sites and bound water:

HO (vapour) + Sorption sites  HO (bound)

Therefore, the reaction rate depends on concentration differences and the number of 
available sorption sites (Lund Frandsen ).

Moisture is attached by hydrogen bondings to the hydroxyl groups of the cellulose 
and hemicellulose. In wood the bonding is characterised by sorption where the mois-
ture develops single layers and multilay-
ers on the sorption sites (available hydroxyl 
groups), and these are firmly attached to the 
cell walls (Simpson ; Lund Frandsen 
). The sigmoidal curve as seen in Fig.  
represents three regions along the X-axis. The 
first steep section, at low RH up to about  
 % EMC, corresponds to random attraction of 
water molecules by the sorption sites. The dom-
inant mechanism for sorption is here chemical 
attraction between water and hydroxyl groups. 
It is mainly governed by water-vapour diffusion 
and is strongly bound to the sorption sites in 
a mono-layer. The attraction forces can only 
be released by increasing the temperature. In 
the second, mid-region, the intermediate MC 
range up to approximately  % EMC, the wa-
ter molecules reorganise, more sorption sites are 
created and therefore more water molecules can 

Table . Distribution of moisture transfer cross the grain in Western pine (Transcriped from Esping ()

 

 
Temperature (¡C) 40 80 
Moisture content (% MC) 5 25 5 25 
Bound water diffusion (%) 
 

2.9 6.0 2.7 5.7 

Sorption through cell walls (%) 
 

80.0 86.3 73.2 86.1 

Moisture vapour diffusion in lumens and sorption through 
pit membranes (%)  

7.5 7.6 7.1 8.0 

Moisture vapour diffusion in lumens and pit openings (%) 9.6 0.1 17.0 0.2 

 

 

Fig. . Graph showing adsorption and desorption isotherms of a 
non-specific species of wood in the full RH range. The dashed li-
nes are the scanning curves running between the border isotherms.
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be adsorbed. Multilayers of water molecules are built up as the RH increases and are 
held together by electrostatic forces. During this phase, which is governed by a combined 
bound water and water-vapour process, the driving forces are weaker and therefore the 
sorption proceeds at a slower rate. In the third region at high RH levels the sorption is 
mainly influenced by bound-water diffusion. Due to swelling of the wood constituents 
and breaking of hydrogen bonds between the cellulose chains, additional hydroxyl be-
comes available (Lund Frandsen ). It is important to note that the time-dependant 
sorption plays a significant role in the process. At low RH ranges, bound-water diffusion 
is a relatively slow process, and the moisture transport is governed by moisture diffusion. 
In the mid-RH range a relatively fast sorption of bound water occurs. At high RH levels 
the bound-water diffusion becomes more predominant although the kinetic sorption rate 
decreases (Lund Frandsen ).

Desorption is the reverse process, although desorption is slower compared to adsorption 
due to the tightly-bound water molecules which are not easily released from the sorp-
tion sites (Skaar ). Sorption of wood is dependent on the moisture history in that, 
at a given RH of the ambient air, EMC will not reach the same value if it is attained 
through adsorption or desorption, the so-called hysteresis phenomenon (Lund Frandsen 
). The final EMC value after a change in RH will therefore also be higher if the 
final RH is reached through one large single-step compared to several multi-steps in the 
same RH range (Skaar ). The EMC values are attained by equilibrating a wooden 
sample to each humidity step although the time required to reach EMC can take weeks 
or months (Skaar ). This creates the two typical pathways of the adsorption and de-
sorption isotherms as seen in Fig. . The adsorption and desorption isotherms indicate 
the maximum EMC values between  and  % RH can be considered the boundary 
isotherms. Any smaller EMC changes, so-called scanning curves, will stay within the 

area between the boundary curves 
as seen in Fig.  (Lund Frandsen et 
al. ). Previously it has been as-
sumed that liquid water could also 
exist due to capillary condensation 
below FSP in contact with ambi-
ent moisture (Engelund et al. ). 
However, nuclear magnetic reso-
nance (NMR) analysis has shown 
that no significant amount of liquid 
water is present below . % RH, if 
wood is only in contact with mois-
ture of the ambient air (Thygesen et 
al. ).
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Fig. . Graph showing MC  in relation to RH for Chinese fir cycled at . h, together 
with a part of the static adsorption isotherm (D: dynamic sorption; S: static (equili-
brium) sorption). The experiment was executed at  °C and the starting point for 
both curves was at  % RH (Ma et al. ).
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For dynamic situations, when EMC is not reached, the isotherm concept is more 
complicated. Ma et al. () studied equilibrium and non-equilibrium conditions 
of the sorption process of  mm thick Chinese fir samples. Instead of waiting for 
EMC to be reached after each change in RH they let RH change at decided time 
intervals (,  and . h) to simulate dynamic situations. As can be seen in Fig.  the 
dynamic loops (D) are less steep (in this example almost horizontal) compared to the 
equilibrium loop (S) and lie above the area which would be expected to be between 
the boundary isotherms. Similar results presenting the loops not within boundary 
isotherms are also presented by Skaar (), Svennberg & Wadsö () and Yang 
& Ma (). These results support the hypothesis that the impact of dynamic RH 
fluctuation doesn’t reach EMC and therefore the impact on deformation will not 
completely follow the isotherms. 

On an annual basis Skaar () has illustrated the same phenomenon comparing 
EMC with the actual MC of wood in relation to RH and temperature, as seen in Fig. 
. It can be seen that the MC curve is less fluctuating and also appears with some 
delay, resulting in MC values at times both higher and lower compared to the calcu-
lated EMC. 

Hysteresis is not only dependant on RH but also temperature (Fig. ). At the full RH-
range (- % RH) EMC is higher at colder temperatures and lower at higher tem-
peratures at the same RH and is more pronounced in the lower temperature range. 
Above  °C it ceases to exist (Skaar ). However, it seems unclear to what extent 
temperature affects the adsorption and desorption isotherms respectively. The influence 
on both isotherms appears to be similar in the study by Krupińska et al. (), while 
the investigations by Kelsey () showed that the adsorption isotherm was less influ-
enced by temperature than was the desorption isotherm. Hill et al. () showed that 
it is only the desorption isotherm that is affected by temperature, while the adsorption 
isotherm remains unaffected. 

The diffusion coefficients can be determined 
by two main experimental methods. In the 
steady-state method (cup measuring method) 
a wooden disc is put as a lid in a cup sub-
jected to two different RH on each side, 
allowing moisture diffusion through the 
disc. By weighing the cup until equilibrium 
at regular intervals, the slope of the curve 
(weight change versus time) the diffusion 
coefficient can be calculated. For tran-
sient or unsteady-state conditions however,  
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the sorption-measuring method is used; an equili-
brated wooden sample at certain RH is put in a 
stable climate chamber of another RH and the 
weight change of a wooden sample is measured 
until EMC at the new RH is reached. Similar to 
the cup measuring method, the diffusion coef-
ficient can be calculated from the initial slope of 
the curve (weight change versus time) (Wadsö 
b; Avramidis ). Diffusion can be de-
scribed by one of Fick’s two laws. FickÕs Þrst law 
describes the steady-state conditions where the 
moisture concentration gradient is constant and 
independent of time during the moisture diffu-
sion. FickÕs second law describes unsteady state 
(transient) conditions. It anticipates that mois-
ture concentration gradients change over time 
and the diffusion flux is hence time dependant. 

Wadsö (a; b) observed that Fick’s second law is essentially valid only in the  
- % RH range. Moreover, he also showed that the rate of sorption is lower at higher 
RH range (- % RH), which is opposite to the general belief that transversal dif-
fusivities are constant or increase in the higher RH range (upward-bending part of the 
isotherm seen in Fig. . The reduced diffusion coefficient at the higher range has later 
been confirmed by others (Håkansson ; Ma et al. ; Avramidis ; Rachwał, 
Bratasz; Łukomski, et al. ). The moisture transport processes in the higher RH 
range are also much more complex compared to the central RH range. The reason is 
that water vapour and bound water are not always in equilibrium because diffusion 
of vapour is almost instant compared to bound water diffusion. This slow process is 
responsible for the so called non-Fickian behaviour at high MC levels (Lund Frandsen 
). It is probably related to softening of amorphous polymers and might increase 
the capacity to accommodate more water molecules in the cell walls (Engelund et al. 
). Because of the different rate of bound water diffusion and vapour diffusion, it 
is accepted that it cannot be described by a single model (Wadsö b). The complex 
combination of both diffusion and sorption processes, the use of mixed numerical-ex-
perimental methods and models consisting of coupled sub models, one for each process, 
are emphasized (Krabbenhoft & Damkilde ; Gamstedt et al. ).

3 .3  Mechanical properties and deformation in wood 
Wooden cultural heritage objects may have adjusted, sometimes for hundreds of years, 
to the hygroscopic range (that is below FSP) and are still showing hygroscopic behaviour 
in relation to the indoor environment. Deformation, dimensional change or displace-
ment, such as swelling or shrinkage of wood is complex because it depends on several 
factors such as wood species, quality of the wood (for instance fast grown or slow grown, 
ratio between late wood and early wood, knots, density), volume, thickness and age 
of the sample or object. Due to the anisotropic behaviour of wood, the free shrinkage 
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coefficient in the tangential direction is, for 
instance in the case of Scots pine, approxi-
mately twice that in the radial direction. 
The dimensional change in the longitudinal 
direction is considerably smaller than the 
change in the two cross sectional directions 
(Sandland ). Examples of deformation 
which are found in flat, square and round 
pieces of wood are shown in Fig. .

3.3.1 Dimensional change of wood due to 
changes in MC
During drying green wood above FSP, at 
first only liquid water is removed. Since the 
cell walls above this point are saturated with 
bound water, no dimensional change of the 
wood will occur. Below FSP the cell walls 
will reach unsaturated states. Moisture gradi-
ents develop because the drying only occurs 
from the surface of the wood. At this stage 
internal stresses develops. They exist along the 
thickness of the wood but internal stress cannot be directly observed or measured (Perré 
& Passard ). In practice it is impossible to eliminate internal stresses completely 
during moisture changes in wood (Skaar ). 

External mechanical stress progresses when the piece of wood is restrained to deform, or is 
subjected to compressive or tensile forces. In laboratory tensile and compressive testing, 
stress is calculated as the load or force (MPa) applied to the sample, divided by its sectional 
area (Bratasz a). The response to stress is deformation. It is calculated as the change in 
length divided by the specimen’s original length, usually the dry length (strain). Deforma-
tion of wooden samples which are not restrained but allowed to freely expand or contract 
due to changes in RH are referred to as free swelling strains (Mecklenburg a).

When a load or a force is applied to wood, a subsequent dimensional change occurs. 
This relationship can be plotted as a stress versus strain curve. Initially the relationship 
between stress and strain is linear. That is, the deformation in this region of the stress-
strain curve is reversible (elastic), meaning that once the load is removed, the sample will 
return to its original dimensions. The slope in this linear region is called the Modulus of 
elasticity (E-modulus or MOE) which is a measure for a material’s stiffness or resistance 
to deform when a force is applied to it. A stiffer material will have a higher E-modulus 
and one which is more flexible has a lower E-modulus (Mecklenburg a). At a cer-
tain point the relationship gradually becomes less linear, and this transition point is 
called the yield point or strain-to-yield. Beyond this point, plastic or permanent deforma-
tion remains even when the applied load is removed. Continuing to increase the load 
will lead to ultimate strength, which is the maximum load the material can resist prior 

Fig. . Characteristic shrinkage and deformation of different cut 
pieces as affected by the direction of the growth rings in the wood. 
The cupping behaviour is larger for the tangential cut board com-
pared to the radial cut boards. Moreover, the shrinkage is twice as 
great for the tangential board compared to the radial board (Labo-
ratory Forest Products ).
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to failure. Stress corresponding to the ultimate 
load is known as ultimate stress. Eventually the in-
creased loading will cause the wood to fail, reach-
ing the strain to failure (breaking strain). Experi-
ments on cottonwood showed that while the yield 
strain is rather constant in the entire RH range, 
the breaking strain is constant in the low and mid-
RH ranges. Above  % RH the breaking strain 
dramatically increases (Erhardt et al. ). 

For wood, all types of deformation are influenced 
by RH and temperature of the ambient air and 
hence MC of the material. In general, the magni-
tudes of E-modulus and compressive and tensile 
strength increase with decreasing MC (Green & 
Kretschmann ). With increasing temperature 
the slope of stress-strain curves decreases. This in-
creasing temperature results in a lower E-Modulus 
in both tension and compression, as well as a lower 
ultimate stress. It also accelerates creep (for expla-
nation see below in Section ..) (Bodig & Jayne 
; Sandland ; Kretschmann ;). Based 

on this one might assume that in an non-heated building, a decrease in E-Modulus due 
to higher MC would be balanced by the higher E-Modulus due to lower temperature. 
However, the combined effect of temperature and MC changes are difficult to predict 
and complex to interpret. According to Bodig & Jayne (), high constant MC levels 
in combination with low and sub-zero temperatures increase the relative E-modulus as 
seen in Fig. , thereby making the material stiffer.

The relationship between EMC and the corresponding anisotropy (the dimensional 
changes in tangential direction divided by the dimensional changes in the radial direc-
tion) in wood has not been studied in conservation science but is expected to be of im-
portance to three-dimensional wooden objects; the damage patterns of panel paintings 
may be different from those of polychrome sculptures. The stability of the shape of the 
piece of wood is dependent on the absolute difference between swelling in tangential 
and radial directions and the smaller the difference the more stable the object (Noack et 
al. ). Moreover, this relationship is not uniform during the entire humidity range 
and increases sharply at high EMC (Chauhan & Aggarwal ). 

Creep and stress-relaxation
Wood also exhibits time-dependent behaviour when subjected to a load. This behaviour 
is an important aspect of deformation, referred to as creep and stress relaxation. Creep is 
defined as the time-dependent deformation exhibited by a material under constant load 
(Sandland ). Initially the wood deforms reversibly (elastic creep) but if the load is 
maintained, permanent deformation occurs. Upon unloading there will be a partly im-

Fig. . The relative modulus of elasticity (E-modulus) at dif-
ferent levels of MC and temperatures relative to  °C, ranging 
from - to  °C (Bodig & Jayne ). The higher MC in 
combination with low temperatures makes the wood stiffer.
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mediate and complete recovery but some permanent deformation will remain (Toratti & 
Svensson ; Kretschmann ). Thus, creep can be divided in two parts; viscoelastic 
creep (delayed elastic) and viscous creep (permanent) (Mohager ). Creep is greater at 
higher stresses but will also occur even at very low stresses and can continue over many 
years. At sufficiently high stresses the wood will eventually fail (Kretschmann ). 
Creep is higher at higher temperature levels and is accelerated by a temperture increase. 
However the creep acceleration is diffucult to study as the MC of the wood will also 
change with temperature (Mohager ). 

Mechano-sorptive creep (also referred to as mechano-sorption or mechano-sorptive ef-
fect) is induced by changes in MC due to changing RH, when an external, constant load 
is applied (Fig. a-b). If, for instance, the sample is subjected to a load and is allowed 
to dry, the final deformation will be greater compared to the sum of a pure creep defor-
mation and an unconstrained drying sample (Mårtensson ; Dahlblom et al. ; 
(Jordow & Enockson ). When the applied force is removed but RH continues to 
fluctuate, creep-recovery is larger for mechano-sorptive creep compared to creep under 
stable MC (Nordström & Sandberg ; Kretschmann ).

Mohager () showed that, besides RH fluctuations, E-modulus and magnitude of 
applied load are of importance for mechano-sorption (Figs. a-b). Fig. a shows that a 
higher E-modulus (stiffer material) results in lower deflection and increased time to fail-
ure. Fig. b shows the impact of bending loads. Obviously, the higher the applied load 
the larger the total deformation. Additionally, the general shape of the plot also changes 
with load. At  MPa, the plot had an asymptotic shape. As the load increased the 
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Figs. a-b. Mechano-sorptive behaviour of clear Scots pine samples (dimension  x  x  mm) subjected to bending loads and  days fluctuating 
RH ( to  %) at constant  °C . Fig. a shows the effect of different E-modulus (E) at a constant load (σ) of  MPa. The dotted line shows the 
behaviour of a similar wooden sample subjected to constant RH of  % as a reference.  Fig. b shows the effect of different bending loads (σ) and a 
constant E-modulus (E) of  MPa. Transcribed and adapted from Mohager (1987).
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plots became more exponential, leading to increased deformation and to faster breaking 
strain at a lower strain. This means that, depending on the load, the deformation can ei-
ther increase with time or become more or less constant. However, it must be taken into 
consideration that the conditions for building physics experiments are not similar to the 
impact of experiments in conservation science or in historic buildings. Mohager () 
used stress loads of  to  MPa in his experiments. The loads used in the cultural 
heritage experiments are predominantly below  MPa as seen for instance in work by 
Erhardt et al. (). Moreover the fluctuations are only rarely as large or last as long as 
in the experiments presented by Mohager (). Therefore it is likely that the deforma-
tions of wooden objects are overall smaller in historic buildings than in the experiments 
see for instance Mohager (). Still, the actual stress of assembled or painted wooden 
objects (internal and external), is difficult to predict.

Viscoelastic creep is often considered insignificant compared to mechano-sorption, 
since it occurs partly in the elastic range and is therefore often excluded (Nordström 
& Sandberg ; Häglund ). However, this opinion is not consistent because the 
viscoelastic and mechano-sorptive creep effects interact and should not be viewed as 
separate phenomena. This is also important as viscoelastic creep is mainly time-depend-
ent whereas mechano-sorptive creep is primarily dependent on magnitude of the MC 
changes (Hanhijärvi & Hunt ). For thick panels the MC gradients are steeper com-
pared to those in thin panels, and would hence be associated with higher stress levels. 
However, the time required to dry thicker boards is longer and hence allows more time 
for the viscoelastic creep to reduce the stress levels (Rémond et al. ).

If a strain is applied instantaneously and held constant, stress will decrease with time. This 
is known as stress relaxation or just relaxation. It is governed by the same time-dependent, 
temperature and MC characteristics of the material as creep (Bodig & Jayne ). As with 
creep, relaxation is affected by fluctuations in RH and temperature (Kretschmann ).

Compression set
Compression set occurs when the material is constrained and subjected to RH variations. 
This may result in loss of dimension and permanent deformation. One example of the 
occurrence of compression set takes place when drying green wood. At FSP a moisture 
gradient from the surface to the core of the wood will develop when the hygroscopic range 
is reached. The surface tries to shrink but is restrained by the still-wet inner part, resulting 
in severe tensile stresses at the surface and milder compression stresses in the core. As the 
drying proceeds the compressive stresses in the core increase as intermediate layers dry 
and start to shrink. After additional time, the reverse process occurs where compression 
stresses in the outer layer and tension in the core develop (Skaar ; Sandland ). 
Drying green wood will of course create large variations in compression and tension in 
the wood. However, compression set is also noted in seasoned wood, as found in heritage 
objects. An example is cupping of painted panels attributed to compression set (Padfield 
n.d.(a)) Compression set may also occur if a relatively dry wooden object is subjected to 
extremely high RH or if the surface becomes directly wetted, which can result in, for 
instance, loose tool handles or wobbly furniture (Hoadly b). 
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Fatigue
Fatigue is defined as the progressive damage that occurs in a material subjected to cyclic 
loading. In engineering, this loading may be repeated (same type of stresses; that is, 
always compression or always tension) or reversed (alternating compression and tension 
stresses). When sufficiently high and repetitious, cyclic loading stresses can result in 
fatigue failure. 

Luxford et al. has pointed out that there is very little information on how cycling RH 
may affect the fatigue failure of wood and whether there are maximum allowable num-
bers of cycles within the safe RH fluctuation range (Luxford et al. ). In general 
wood is resilient against repeated loading. Moreover, it is difficult to differentiate be-
tween creep and fatigue in timber members. In timber structures, fatigue is usually 
found in metal connectors (joints) (Robert Kliger, personal communication). However, 
fatigue has in conservation science been studied for gesso3 layers applied to wood sur-
faces. The reason for using gesso to study is that this material is less responsive compared 
to wood and paint on changes in RH. The yield strain for gesso is found to be only . 
% (Kozłowski et al. ; Rachwał, Bratasz, Krzemień, et al. ; Krzemień et al. 
). See also Section ... 

3 .4  Relation between dynamic MC and deformation of wood
The same types of stress and resulting deformation (or damage) occur in wooden objects 
in historic buildings as in laboratory experiments of drying green wood or for engineer-
ing purposes. However, in laboratory conditions the loads, magnitudes of RH fluctua-
tions applied to the wooden samples are often larger and occur over shorter periods of 
time compared to the cultural heritage environment where the impact is assumed to 
vary over time and last over longer periods of time, sometimes centuries. 

The different types of deformation introduced in the previous sections may also affect 
the wood coincidentally, to smaller or larger degrees. Therefore one important question 
is, to what extent MC changes in wood can be related to stress and strain in wood. The 
results of research by Bratasz have shown that the relationship between the dimensional 
change and EMC was close to linear between approximately  to  % EMC, which 
corresponds to about  to  % RH (Bratasz a). In dynamic environmental condi-
tions, mechano-sorptive deformation could be expected to be one of the major contribu-
tors to deformation of wooden objects. Below are a few examples which show that the 
responses of wood to fluctuating environmental conditions are different from those in 
response to step-changes in RH. 

In a study by Toratti and Svensson, pine wood samples were subjected to step-changes 
and fluctuating RH from  to  % RH and from  to  % RH under tensile and 
compressive loads of . MPa. The results showed that the swelling and mechano-sorp-
tive strains were significant compared to normal creep (i.e. under constant RH) during 

3. Gesso is a mixture of hide glue and gypsum or ground chalk (inert fillers). It is used to obtain a smooth and 
paintable surface on wood. The ratio between the hide glue and fillers has a large influence on the mechanical and 
dimensional properties of gesso (Mecklenburg et al. ).
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the experiments. Moreover, the deformation was generally higher in compressive tests 
compared to tensile tests. The moisture range under which RH was cycled (low or high 
RH) did not have a large influence on the deformation, which was instead dependent 
on the magnitude of the RH change. After finishing the tests, the total recovery showed 
similar results from samples in tension and compression. However, samples which had 
been subjected to the higher RH range ( to  % RH) had a higher recovery rate than 
those which had been exposed to fluctuations in the lower RH range ( to  % RH) 
(Toratti & Svensson ). In a following paper, long-term experiments on wood sam-
ples in cyclic environments subjected to both tensile and compression loads were per-
formed. Released deformations at different depths were measured from cross-sections 
after cutting the samples into slices, after which the stress distribution through the 
sample could be calculated. They concluded that the mechano-sorptive strain produced 
during fluctuating RH was higher compared to a single cycle. However, the impact of 
fluctuating RH on the deformation decreased over time. Finally, the strain rate acceler-
ated when the RH entered ranges not previously experienced. Stress remained in the 
wood also after EMC was reached (Svensson & Toratti ).

Ma et al. have investigated MC response and delay as well as swelling deformation of 
wooden samples upon RH fluctuations of different durations and amplitudes at differ-
ent temperature levels (Ma, Nakao & Zhao ; Ma, Nakao, Zhao, et al. ; Yang 
et al. ; Yang & Ma ; Yang & Ma ). They found that MC of the wood 
sample showed fluctuation patterns due to fluctuating RH, although with a response 
delay. Further, the MC amplitudes increased at higher temperatures ( °C compared to 
 °C) and the response delay decreased with higher temperature. The thicker samples 
showed increased response delay compared to the thinner ones. Sorption hysteresis and 
subsequent swelling hysteresis were present at different levels at the two different tem-
perature levels (Figs. a-b). According to the authors, the cycles are seen as overlapping 
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ellipses, as in Fig. a. However, while the ellipses at  °C quickly converge, the ellip-
ses at  °C continue to shift. This is due to the fact that higher temperatures increase 
moisture diffusion as well as the structural relaxation rate (Yang & Ma ). The same 
pattern cannot be seen for dimensional change (Fig. b). However, their most interest-
ing results were that, upon RH fluctuations, the maximum swelling deformation oc-
curred earlier than the maximum change in MC, suggesting that dimensional changes 
are faster than MC changes. No satisfactory explanation could be given to explain these 
data (Ma, Nakao & Zhao ; Ma, Nakao, Zhao, et al. ). 

In cultural heritage multi-material objects are restrained to various degrees as each materi-
al and/or member of an assembled object, such as a piece of furniture, responds differently 
to changes in RH, and thus they will restrain each other. How large the typical stresses or 
loads carried by cultural heritage objects are, is in most cases not known. Moreover, it is 
likely that stresses are not equally distributed throughout the entire object but may rather 
be concentrated around certain areas, for instance the hinges of an open door, or cracks 
or open joints allowing some dimensional response (Bratasz et al. ). Another factor 
which also needs to be taken into account is that the restriction within individual parts of 
an object will vary over time due to their volumetric changes in a fluctuating environment. 

The complex task to actually relate deformation and damage in objects and collections 
to the indoor environment has led to the development of the worst case condition con-
cept. Here the materials are tested while being fully restrained in the most responsive 
(tangential) direction, using the yield strain as the limit for acceptable climate ranges 
(Mecklenburg et al. ). In order to sidestep the impossible mechanical response cal-
culations, Michalski () introduced the proofed ßuctuations model. It is based on 
the assumption that objects which have been exposed to a certain environment in the 
past have already developed possible damage in that particular environment. The risk of 
further damage from fluctuations, in the same RH and temperature range, is therefore 
small. This conclusion is supported by the experiments made by Svensson & Toratti 
(). Mohager (), on the other hand, showed that this is to a large extent depend-
ent on the magnitude of the E-modulus or applied load. If sufficiently high, it can cause 
deformation to increase exponentially with time. 

3 .5 !e environmental impact on wood as studied in the field of conservation
The amount of research on wood and its response to the environment, both concerning 
moisture transport and deformation, are vast in areas such as wood science, engineering 
and physical science. In the cultural heritage sector however, research on the preventive 
conservation of wooden objects is small in comparison. The focus of conservation science 
and the questions raised here are partly different and therefore wood science research 
cannot always be extrapolated to conservation science. For instance there is only limited 
research on the impact of low temperatures whereas on high temperatures used in the 
field of wood drying there is an immense amount of research results available. The objects 
or museum collections are also complex, both concerning the objects’ construction, and 
the fact that many objects consist of a combination of various materials. The objects’ age 
and history (environmental as well as use, deterioration/damage and previous restoration 
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measures) are also important. Each object is in that sense truly unique and is often associ-
ated with a high cultural heritage value. Research has therefore to be made on substitute 
materials or the use of non-destructive monitoring methods of single objects or collec-
tions. The main focus of this section is to highlight methods and results from monitoring 
deformation in uncontrolled indoor environments and to put these results in relation to 
the present environmental recommendations. Hence the background for the present envi-
ronmental recommendations is also given.

3.5.1 Yield strain as the safety limit for avoiding mechanical damage to  
organic materials
As a response to Thomson’s strict climate recommendation for museums (class :  or 
 +/-  % RH and  +/-  °C (winter) up to  +/-  °C (summer)) (Thomson ), 
research on the indoor effect on hygroscopic materials shifted from laboratory studies on 
the response of various different materials to RH changes to studies on the worst condi-
tions objects and materials could withstand. Systematically-performed laboratory experi-
ments were initiated for instance in collaboration between CCI, National Gallery of Art 
(NGA) and Conservation Analytical Laboratory (CAL) at the Smithsonian Institution 
(Mecklenburg ). The reason was to develop rational guidelines for the control of the 
air-conditioning systems in museums. Research which was simultaneously performed at 
CCI resulted in early environmental guidelines (Lafontaine ; Michalski b). The 
scientists at the Smithsonian Institution made comprehensive and systematic studies dur-
ing a period of approximately  years on the impact of RH and temperature on the indi-
vidual materials found in the majority of museum objects (Schultz ). Their approach 
was to identify the worst case scenarios for mechanical deformation of wood, paint and 
other materials which were fully restrained and exposed to long-term climate extremes re-
sulting in full response of the materials. In this way the safe recommended climate ranges 
were able to be established. The research was performed as laboratory studies, mainly at 
room temperature but occasionally also at other temperatures. The starting point was to 
determine the damage mechanisms caused by RH fluctuations and the properties of the 
materials involved. The aim was to determine the maximum deformation for each mate-
rial in the elastic range, meaning the maximum stress a material can undergo without 
exceeding the yield point, in order not to risk plastic deformation. In these tests the rate of 
RH change was not critical as long as the maximum allowable strains were not exceeded, 
but the maximum strains were assumed to be achieved at full EMC due to a step-change 
in RH (Mecklenburg et al. ; Erhardt et al. ; Erhardt et al. ; Erhardt et al. 
; Mecklenburg a). Finite element analysis (FEA) was also used to study complex 
layered structures of paintings and predictive modelling was used to match observed dam-
age (Mecklenburg et al. ; Erhardt et al. ). 

It was further discovered that the stress wood, and other materials, would be subjected 
to at a certain change in RH or temperature, should be equivalent to the situation where 
the piece of material would be allowed to shrink or swell freely and then stretched or 
pushed back to its original dimension. Two types of experiments were performed and 
then connected; stress strain curves under rapid and equilibrium conditions and stress 
development under restrained conditions with variations in temperature or RH. From 
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these experiments a general equation for the behaviour of materials under RH and tem-
perature changes was developed (Mecklenburg & Albrecht ). The tests showed that 
mid RH-ranges ( to  % RH) were the safest because here the change in dimension 
(swelling coefficient) was the smallest and most equal for different materials due to the 
least steep moisture adsorption isotherm. This means, larger fluctuations in this range 
can be tolerated compared to low and particularly high RH-regions as seen in Figs.  
and  (Mecklenburg et al. ).

The conclusion of their work was that the initial yield point is approximately . to . 
% for most polymers at all RH levels (Mecklenburg et al. ; Erhardt et al. ). The 
breaking strain is usually around % in the mid-range RH (Mecklenburg et al. ). 
However, using pine as an example, the breaking strain is . % at  % RH but this 
value increases with increasing RH level and reaches . % at  % RH (Mecklenburg et 
al. ). Using the yield point as the limit, variations within the range  to  % RH 
are mechanically safe for general collections (Erhardt et al. ). At higher or lower 
RH the yield strength is dramatically reduced (Fig. ). 

Mecklenburg also pointed out that many cultural heritage objects may have already 
passed the yield point on one or several occasions, for instance because of exposure to a 
new environmental range. The material has then undergone so called strain hardening 
(strengthening of a material by plastic deformation) which results in the materials being 
able to stretch further and be set permanently to a different and higher yield point. In an 
example for cottonwood, the initial yield point had increased from . % to . % after 
strain hardening (Mecklenburg et al. ; Mecklenburg a). Although the term 
strain hardening is well known for metals, information on strain hardening for wood 
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has not been found in literature elsewhere. It is of particular interest for determining 
strain limits for cultural heritage objects. 

The yield strain of . to . % for many materials, including wood, has since been con-
sidered to be the threshold yield strain to what these materials can withstand. Although 
the broadened environmental ranges have been criticised for being too wide (Erhardt et 
al. ) the yield strain value has been regarded by others as very conservative consid-
ering that the wood can be stretched considerably more before it breaks (Bratasz a). 
Research in the laboratory and on single objects in churches and museum environments 
was carried out by the scientists at Jerzy Haber Institute of Catalysis and Surface Chem-
istry at the Polish Academy of Science. They have continued the work of the scientists 
from Smithsonian Institution. Based on the conservative criteria on the more fragile 
gesso’s yield and fatigue fracture their conclusion was that moderate variations within 
the range  +/-  % RH are safe (Bratasz a). See also Section .. and Section 
...

3.5.2 RH changes and moisture transport in wood
In the conservation literature changes, in particular in RH, are often discussed as ßuc-
tuations or step-changes. A fluctuation is here defined as an increase (or decrease) in 
RH and a return to the initial RH level or another level after a certain period of time. 
Fluctuations are often repetitive. A step-change, on the other hand, is an instant change 
from one stable RH level to another stable RH level. The recommended environmental 
ranges are not only determined by a set point or a set range but also recommended 
fluctuations from that set point. The reduction of damage is at least partially due to sta-
bilisation of RH, rather than to a specific value of RH (Erhardt & Mecklenburg ). 
However, the response of wooden objects to RH fluctuations of different magnitude 
and duration has only more recently been studied. Laboratory experiments studying 
the combination of seasonal and daily RH fluctuations have not been found, although 
Michalski has shown this effect using risk modelling (Michalski ).

The duration of a RH or a temperature fluctuation are usually discussed as short-term 
and long-term fluctuations. In the conservation research literature however, the defini-
tion of these two terms is vague. Short-terms fluctuations are often labelled as daily fluc-
tuations (Glass & Zelinka ). They have also been defined as the difference between 
the measured data and the monthly moving average (CEN EN  ). Long-
term fluctuations usually refer to seasonal changes (Baronas et al. ), emphasizing 
the difference between summer and winter periods. There are of course fluctuations of 
additional durations. Pretzel used daily, weekly and monthly fluctuations in order to 
quantify RH data and compare data from different locations (Pretzel ). Michalski 
rather defines the fluctuations from the material’s individual response time based on 
type of material and thickness. Fluctuations shorter than one hour do not affect most 
museum objects. The most stressful fluctuations are longer than the response time, but 
shorter than the stress relaxation time (Michalski a).

In historic buildings with low climate control the indoor environment consists of a 
combination of gradual long-term and short-term ßuctuations of both RH and tem-
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perature. Occasionally, noticeable changes over one or several weeks may occur due 
to changes of the weather conditions (Fig. ). However, most laboratory research in 
both wood science and the cultural heritage sector is performed while testing different 
materials during a step-change in RH at a constant temperature, approximately  °C 
(room temperature). Such climate conditions can be useful for determining the EMC of 
wood samples or comparing various materials at different RH (Brewer ; Allegretti 
& Raffaelli ). Objects transferred from one indoor environment range to another 
may experience conditions related to a step-change. However, step- changes have not 
been found, either in museums or in historic buildings and such results from laboratory 
experiments can therefore not fully be applied to dynamic environmental situations. 

Studies which relate moisture transport in wood to deformation over time are rare in 
the field of conservation science. Dionisi-Vici et al. () related moisture transport as 
a weight change to deformation of a wooden panel. There was a clear linear behaviour 
between moisture exchange and deformation on a step-change in RH until EMC was 
reached. However, this was not found in a fluctuating RH environment. Senni et al. 
() used a portable NMR device and monitored a panel painting. They noticed that 
MC varied not only in depth but also in different areas of the surface of the panel. In 
this study it depended on irregular irradiation. Jakieła et al. (b) aimed to model 
moisture transport in wood and therefore needed to determine the EMC of wood sam-
ples and moisture diffusion coefficient parameters. Bratasz (a) suggested that defor-
mation of wood should be related to EMC and not RH. Moreover, the EMC parameter 
on adsorption and desorption is essential for modelling wood deformation (Bratasz et 
al. ; Bratasz et al. ; Rachwał, Bratasz, Łukomski, et al. ). It is clear that 
using the moisture condition of wood is closer to reality than moisture condition of the 
air because the hysteresis effect on EMC can be included. However, the time factor and 
the moisture distribution of the wood prior to EMC are not taken into account when 
using EMC in the models. 

3.5.3 Wood’s response to RH changes
Response is in most cultural heritage research related to deformation of the material 
upon a change in RH. Maximum response is often considered to occur when the wood 
has reached EMC and therefore maximum deformation. These values are used for deter-
mining worst case scenarios and for mathematical modelling of deformation. However, 
often the time to reach EMC is not considered (Lull & Junction ; Jakieła et al. 
b). Michalski prefers to express temperature and RH response times as half times 
(half of a full response). It has two advantages: it emphasises the rapid first part of the 
response and avoids the second part of the response which is difficult to determine 
because of the asymptotic and abnormal approach to equilibrium (Michalski ). Di-
onisi Vici et al. () introduced two terms: time-to-equilibrium (response rate) which 
includes the time needed to reach EMC or a determined fluctuation in RH; likewise, 
time-to-response (response lag) was introduced as a measure for the delay in deformation 
which will occur upon a change in RH. These two factors are important because they 
include the changes in deformation which will occur before EMC and full response is 
reached. According to Michalski, most museum objects are not affected by fluctuations 
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shorter than one or two hours and the most stressful fluctuations are those which are 
longer than the response rate, but shorter than the stress relaxation time. This accounts 
for thin, fast objects. For thick, slow objects, for instance those with impermeable coat-
ings, the response times are longer than the relaxation times. Therefore the relaxation 
processes counterbalance the slowly-developed dimensional response to a long RH cy-
cle (Michalski ; Michalski ). Pretzel came to the same conclusion, that the 
change in RH needs to be both large enough and persist long enough for the material 
to respond, and hence to be harmful (Pretzel ). While studying the propagation of 
cracks in a wardrobe made of wood, Łukomski et al. concluded that the cracks would 
only propagate when two conditions are simultaneously met. Firstly, a fall in RH must 
go beyond a certain critical level, and secondly, the variation must last longer than the 
response time of the wooden panels to bring about their dimensional change (Łukomski 
et al. ). In other words, the logical conclusion is that short-term changes will af-
fect thin materials such as single sheets of paper, veneer on furniture, and the surface 
or the painting layer of a wooden object, whereas long-term fluctuation will gradually 
influence the bulk of thicker pieces of materials (Jakieła et al. b; Olstad & Haugen 
). However this is not straightforward. In a study by Jakieła et al. () the acous-
tic emission method (AE) was used to trace stress due to micro-fracturing in wood. By 
simulating a heating episode and subsequent RH drop, two consecutive AE episodes 
occurred. There are other studies which show different and contradictory results as will 
be seen in the following section. 

Environmental standards and guidelines were initially presented only as a band width 
and not until  did CCI began to express the environment as a set point and accom-
panying recommended daily fluctuations. This approach thereafter became the inter-
nationally generally-accepted norm (Michalski ). Considering the various response 
rates for different types of objects it can be questioned if using a set point and allowable 
daily fluctuations is the most suitable way of expressing indoor environments. Pretzel 
() stresses the importance of including the impact of fluctuations of different inter-
vals for specifying allowable environments. In order to predict the rate of occurrence of 
unsafe changes, a statistical approach is needed. This is important because evidence has 
shown that RH fluctuations of  days are also damaging for furniture. Bratasz (a) 
showed that durations of fluctuations of approximately two weeks were the most harm-
ful to painted wooden panels. It is clear that not only the amplitude but also the dura-
tion of RH and temperature fluctuations need to be paid attention to in environmental 
recommendations.

Response rate
The response rate of a material to a change in RH and temperature is important in order 
to understand the impact of the indoor environment in terms of seasonal and shorter 
fluctuations. Repetitive or cyclic RH variations have also been tested. A number of dif-
ferent investigations have been performed in laboratories involving climate chamber 
experiments and numerical modelling, studying the response of wooden panels of dif-
ferent thickness to various RH conditions. These will be presented here.
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The acoustic emission technique (AE) and numerical modelling was used to trace frac-
ture intensity in a wooden cylinder,  cm in diameter. The largest response that oc-
curred, on reaching the vicinity of the yield point, was in relation to a drop in RH from 
 to  % RH in . hours. As the duration of the same fluctuation increased, the re-
sponse decreased and a drop of  h duration was hardly detectible (Jakieła et al. ; 
Jakieła et al. a). In another study, Jakieła et al. (b) simulated environmental 
impacts on a wooden cylinder using numerical modelling. From a starting set point of 
between  to  % RH an immediate step-change of +/-  % RH would not cause 
permanent damage. By increasing the duration of the RH fluctuations of the same mag-
nitude to  hours, the range for the starting set point could be increased to between 
 to  % RH. Moreover, on a set point of  % RH, tolerable fluctuations had also 
increased to +/-  % RH. These two studies indicate that the faster the RH-change 
the larger is the response, including for massive wood samples. Instant step-changes are 
the most detrimental. Experiments based on moisture diffusion in wood and correlated 
modelled deformation in laboratory settings as well as in non-heated historic buildings 
support the conclusion that fast environmental fluctuations and instant RH changes 
should be avoided so as not to put wooden objects at risk (Zítek et al. ).

In a later experiment, Rachwal, Bratasz, Łukomski et al. () studied the response 
rates (moisture diffusion in relation to strain) of unrestrained lime wood samples (Tilia 
sp.) of different thicknesses subjected to variations in RH. In these experiments . % 
strain in the tangential direction was used as the critical yield strain because the tests 
took into account an imagined applied gesso layer. Moreover, in order to simulate non-
symmetric moisture exchange and gradients in the wood in the modelling, wooden 
panels open to moisture diffusion from both faces were compared to panels with one 
face covered to prevent moisture diffusion from one side. The results showed that the 
thinner panels ( mm) open to diffusion on both sides were the most responsive. Both 
increased thickness of the panels and panels which were prevented from exchanging 
moisture on one face showed slower response to RH changes. The most reactive panel 
did not respond to fluctuations shorter than one day although the amplitude of the RH 
change was  % or larger. The longer the duration of the fluctuating RH, the lower 
was the tolerable critical RH amplitude. An increase of the RH change duration to full 
response was obtained after  days for the  mm thick wooden board and  days 
for the  mm thick board. In those cases the allowable RH fluctuations were only ap-
proximately  % RH. 

A follow-up article described how the wooden panels, coated with gesso on one side, 
were tested. The results were presented in terms of strain and corresponding critical 
amplitude of RH variations in relation to the number of RH cycles as well as allowable 
amplitudes of RH in relation to duration (Rachwał, Bratasz, Krzemień, et al. ). 
These results showed that the relation between strain and number of cycles had a sig-
moidal appearance. A panel covered with gesso could tolerate approximately   
cycles as long as the changes in RH did not exceed  +/-  %, which corresponded to 
. % strain (Rachwał, Bratasz, Krzemień, et al. , Fig. ). This would correspond 
to daily fluctuations during a period of sligthly less than  years. However, reading 
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the same graph in this same paper, an allowable yield strain of . % would correspond 
to fluctuations of  +/- approximately  % RH allowing only  to  cycles before 
fractures in the gesso layer would occur. These values assume that the gesso has reached 
EMC and full dimensional response and therefore also the duration of the fluctuations 
are important.

The result for identifying the worst case duration of a single RH cycle were  days for 
a  mm thick panel open for diffusion on both faces and an RH change of  %. For a 
 mm thick panel open for diffusion on both faces, the worst fluctuation was estimated 
to be of +/-  % and a duration of  days. In this study the allowable RH fluctuations 
had clearly increased compared to Rachwał, Bratasz, Łukomski, et al. () presented 
in the previous paragraph. In a later review article, it was concluded from the above in-
vestigations that moderate fluctuations within approximately  +/-  % RH were safe, 
based on the conservative criteria of the gesso’s yield and fatigue fracture, and assump-
tions of the worst case of the wooden substrate’s response (Bratasz a).

Moreover, there are additional results presented which further increase the complexity. 
Due to stress relaxation, a given strain applied to wood (or another material) would 
cause  % less stress if applied over four months compared to one day at moderate tem-
perature. Thus, a four-month seasonal change of +/-  % RH should cause less stress in 
most artefacts than a one-week fluctuation of +/-  % RH (ASHRAE ). Michal-
ski used a risk-modelling tool to show the combined effect of daily and seasonal RH 
fluctuation impact on a heavy, painted one-centimetre thick wood sample. An average 
seasonal drop of  % RH with daily fluctuations of  % RH was more detrimental 
compared to an average seasonal drop of  % RH with daily fluctuations of  % RH 
(Michalski ).

So far the number of experiments which have been conducted are few and the results 
presented would need to be verified. Moreover they are not always easy to compare be-
cause the changes in RH amplitude vary as do the durations of the RH change. Also, a 
change in RH can be instant (step-change) or be a gradual change from one RH level 
to another until full response of the material. Further, such experiments are normally 
based on EMC and maximum strain. Repetitive cyclic fluctuations do not necessar-
ily reach EMC and it is unclear if the modelled values used in the papers cited above 
(Rachwał, Bratasz, Łukomski, et al. ; Rachwał, Bratasz, Krzemień, et al. ) are 
based on full strain response experiments in relation to EMC or MC or modelling.

It is sometimes unclear to what extent the laboratory studies presented above are based 
on actual experiments or numeric modelling established on equilibrium values in MC 
and deformation. The studies above (in the Section Response rate) do not imply that MC 
and deformation are at times not correlated. It is clear that a panel which can exchange 
moisture to and from both faces would experience faster and larger dimensional change 
on a change in RH. It would allow larger RH fluctuations in the elastic range, because 
such a situation is assumed to be internally and externally unrestrained. On the other 
hand, panels that are non-permeable on one face experience slower moisture exchange 
but are known to be influenced by interior restraints. Panel paintings and polychrome 
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sculptures are considered to be among the objects most vulnerable to adverse envi-
ronments. This is because of anisotropic behaviour as well as the different response to 
ambient RH and temperature of objects with one painted or gilded surface. Due to 
asymmetrical moisture gradients, temporary warping (out-of-plane deformation) occurs 
fast after a step-change in RH followed by a longer relaxation period until equilibrium. 
The deformation will occur regardless of the cut of the wood. When viewed from the 
painted side, it appears convex in response to a drop in RH (as a result of contraction 
and warp) but concave in response to increasing RH (as a result of expansion and warp) 
(Buck ; Buck ; Brewer & Forno ; Brewer ; Dionisi-Vici et al. ; 
Padfield n.d.(a)). Dionisi-Vici et al. compared  mm thick wooden boards with one 
and two faces open to moisture exchange as well as letting the panels be either free to 
deform or restrained. Here, both the free swelling strain and the force of the constrained 
panels were monitored. In one test the moisture exchange was monitored as weight 
change of the panel. The panels were subjected to either step-changes or fluctuating 
RH. During step-changes, the panel with both faces open to moisture exchange showed 
a typical asymptotic behaviour and deformation, reaching its final state in - months. 
For the constrained panels, the acting forces followed the same asymptotic trend. For 
the panels water-proofed on one face and subjected to step-changes in RH, the cupping 
pattern was much more complex. It showed a strong transient reaction after two weeks 
but this faded out during an additional three months. The deformation started prior to 
any change in MC and this led to the conclusion that, especially when mechano-sorp-
tive behaviour is involved, non-linear relationships do occur as shown with the rapid 
warping of panels upon a step-change in RH. In tests where a panel was subjected to 
short-term fluctuations of uneven amplitude and duration, the deformation of the board 
typically followed the RH fluctuations. On the other hand, the moisture exchange, 
monitored as a weight change of the board, was much slower in its response to the fast 
RH fluctuations and did not follow the deformation path (Dionisi-Vici et al. ).

Other studies have also monitored weight change of the wooden sample or object and 
simultaneously deformation until equilibrium. The results of such studies confirm that 
when one face of the panel is subjected to a step-change in RH the deformation in-
creased rapidly and peaked, followed by a gradual relaxation of the panel (Brewer & 
Forno ; Brewer ). Two early studies observed that the dimensional change 
in coated and uncoated wood samples continued after EMC was reached (Buck ; 
Stevens ). In a study by Holmberg (), an th century cupboard door panel 
(dimensions not reported) painted on one side was moved from an environment of  
% RH and  °C and placed in the non-heated environment of Skokloster Castle. In 
response to the seasonal change in RH and temperature at the castle (fluctuating RH of 
- % RH and fluctuating temperature of - to  °C), the door panel showed maxi-
mum cupping between  and  days and maximum weight increase in  to  days. 

Response delay
Response delay is of importance in dynamic environments because it will reflect on how 
responsive an object or a sample of certain dimensions is to the ambient environment. 
For instance, Knight and Thickett () noticed a response delay of  hours when 
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they monitored a gilded wooden table in a historic building and also proved that the 
table did not respond to shorter fluctuations than  h and therefore was not influenced 
by daily fluctuations. 

Apart from this work only a few studies have noted the response delay in their published 
results: immediate response for wooden painted panels (Stevens ; Klein & Bröker 
; Brewer ; Bernikola et al. ), five minutes delay for a painted wooden 
panel (Brewer & Forno ), one hour response delay of a polychrome sculpture in a 
church (Jakieła et al. ),  hours response delay for a painted panel (Senni et al. 
) and no response to daily RH fluctuations or shorter for wooden panels with gesso 
on one side (Rachwał, Bratasz, Łukomski, et al. ). Numerical modelling of a cylin-
drical wooden sample showed immediate response  µm below the surface and three 
hours response delay one centimetre below the surface (Jakieła et al. b). 

The difference in response delay may reflect the difference of the wood (species, thickness, 
dimensions, cutting etc.) as well as the climate variations during each of the studies. The 
resolution of the various methods used for monitoring deformation is probably also one 
reason. Transducers screwed to the wood for monitoring at depth and optical fibre sensors 
glued to the wooden surface will respond to a thicker layer of the wood compared to other 
methods. For instance Digital Holographic Speckle Interferometry (DHSPI), which is very 
sensitive to small variations in movements and will only monitor the outermost surface of 
a painting layer, obviously will respond faster to RH changes.

3 .6 !e influence of low temperature on moisture transport and deformation 
in wood
Low temperature, as may be found in non-heated historic buildings, has been reported 
to have a positive impact on wood in that it decreases the rate of chemical reactions as 
well as biological activity and therefore reduces the chemical and biological degradation 
of organic materials (Bordass ; Michalski ; Michalski ; Klenz Larsen & 
Broström ). It is also known that moisture diffusion is retarded by low temperatures 
due to lower vapour pressure at lower temperatures, which in turn reduces and delays 
deformation in wood (Buck ; Håkansson ). Unger et al. () pointed out 
that lower temperatures allow for larger RH amplitudes because the strength of wood 
increases with reduced temperatures. Below  °C, changes in strength due to tem-
perature are reversible (Bowyer et al. ).

Despite this knowledge, limited research has focussed on low temperatures and the 
mechanical impact on wood and other organic hygroscopic materials. In laboratory 
deformation experiments, the temperature has normally been kept constant between 
 and  °C and the temperature factor is therefore seldom taken into account, for 
instance in modelling. Investigations on fluctuating temperature and subsequent fluc-
tuating RH have not been found, although this is the common situation in poorly 
climate-controlled or leaky buildings. However, research in the field of conservation has 
on the other hand been performed on low-temperature preservation of photographic 
materials. Likewise, even sub-zero temperatures have been a focus of research while 
freezing objects for pest and insect-eradication purposes. 
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3.6.1 Interaction between temperature and MC
Wood has a low thermal conductivity (a measure of the rate of heat flow through the 
thickness of the material) and a low thermal di!usivity (a measure of how quickly a ma-
terial can absorb heat from its surroundings) (Glass & Zelinka ). One approach to 
the temperature influence has been its potential to cause stress and dimensional change 
to materials in the same way as RH. When subjecting wood to changing temperatures 
while keeping RH stable, wood responds dimensionally to temperature in that it will 
expand on heating and contract on cooling because the thermal expansion is due to an 
increase in distance between molecules as they increase in oscillation (New ). How-
ever, the coefficient of thermal expansion is much smaller compared to moisture-related 
deformation and is therefore, in the context of climate-induced mechanical damage, 
often ignored (Mecklenburg ; Hoadly ; Jakieła et al. b; Richard ). At 
low temperatures Michalski concluded that in the case of wood the effect of a slightly 
higher EMC due to a lower temperature overrides the thermal shrinkage completely 
(Michalski ). The temperature as a single parameter is also regarded as being of mi-
nor importance because temperature in the material changes rapidly on a temperature 
change of the ambient air (Bratasz et al. ). The dimension of the wooden object is of 
course of importance. Because wood is a natural insulator, in the case of larger, massive 
pieces of wood much longer time is needed to equilibrate the core temperature with the 
ambient air, and further this does not change evenly (Strang ). 

However, the interaction between temperature and MC in wood on a macroscopic as 
well as and microscopic level is complex and not fully known. According to thermo-
dynamics, adsorption of moisture on the wood surface is accompanied by an evolution 
of heat (exothermic reaction) (Avramidis ) and the opposite endothermic reaction 
is expected during desorption of moisture. Moreover, of importance is the effect of 
temperature on MC and thereby the changes in dimensions. This is clearly exemplified 
by wooden objects in a confined, sealed space, such as microclimate packaging. The di-
mensional response of panel paintings is almost exclusively due to temperature changes 
because of their influence on MC (Richard ). New points out that an increase in 
temperature drives out moisture and therefore the net result of assumed expansion due 
to temperature increase is shrinkage (New ).

Moisture transport which creates temperature and MC gradients in the material results 
in additional phenomena. One example is when the temperature on the surface of the 
wood is higher in comparison to the core simultaneously as MC is higher in the core 
compared to the surface; the moisture potentials will have opposite directions and in 
some situations may level each other out (Esping ). On a microscopic level, MC 
gradients are also found through the cell walls and during the phase change of water 
from vapour in the lumen to bound water in the cell walls, and the reverse. In the case 
of adsorption, the released energy results in a local temperature increase. For desorption 
the situation is reversed (Eitelberger et al. ).

Avramidis et al. () observed in desorption experiments of wood that in the begin-
ning of the experiments, just below the surface at which evaporation takes place, an 
increased moisture front developed which seemed to move towards the core of the speci-
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men as desorption progressed. Traditionally, MC gradients have been used as the driv-
ing forces for diffusion but the authors stresses the importance, when modelling mois-
ture transport and gradients in wood under unsteady-state, non-isothermal conditions, 
to consider heat and moisture transport as coupled processes and thermally-induced 
mass transfer (the Soret e!ect or thermophoresis). 

3.6.2 Temperature’s influence on deformation
Only a few studies on the influence of temperature on deformation have been found in 
conservation science. However Michalski (n.d.) has compiled information on incorrect 
temperatures for cultural heritage objects resulting in chemical and biological degrada-
tion as well as mechanical damage. From the perspective of indoor environments in 
historic buildings, low temperatures and fluctuating temperatures are most relevant. 
For low temperatures he concludes that some materials, such as wood, benefit from 
low temperatures while for instance acrylic paints and oil paints, often associated with 
wood, are more sensitive to low temperatures. According to the author, two situations 
which can lead to damage due to fluctuating temperatures are when the components 
of a complex assembly have different coefficients of expansion, and when an object is 
subjected to a fluctuation more rapid than its ability to respond to it. However, single 
fluctuations of  to  °C are not considered harmful. Sensitive materials will not suf-
fer from fatigue stresses when subjected to daily fluctuations of  °C in thousands of 
years. Less sensitive materials can even tolerate fluctuations of  to  °C. However 
care must be taken not to risk condensation on the objects’ surfaces due to fast tem-
perature changes. In a closed and empty room or display case at  °C and  % RH, 
a  °C drop in temperature will reach the dew point and may cause condensation. The 
recommended temperature levels are above  °C in winter and below  °C in summer 
in terms of total risks, taking both chemical deterioration and mechanical damage into 
account (Michalski n.d.).

Below are the few studies found which take the effect of low temperatures of wooden 
objects into account. 

In a study investigating micro-displacements in the surface of a model painting, Bernikola 
et al. () observed that the deformation was larger upon desorption compared to ad-
sorption. Monitoring deformation of a th century icon, a linear relationship was found 
on a step-change from  to  % RH at a constant temperature of  °C, but an expo-
nential relationship when the temperature decreased from  to  °C and RH simultane-
ously rose from  to  % RH. No explanation for this behaviour was given. 

Bratasz, Koslowski et al. () monitored the response of different parts of a poly-
chrome sculpture in a church. On a sudden heating episode where the temperature 
was raised from  to  °C and RH subsequently dropped from  to  %, the wood 
expanded during a time frame of approximately two hours. It was explained as an initial 
response to temperature rise followed by shrinkage due to a RH reduction (Bratasz, 
Kozłowski, et al. , Fig. b). It is possible that this phenomenon is the Sorets e!ect 
described in Section ... 
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A more recent study by Rachwał, Bratasz, Łukomski et al. () showed that the critical 
RH amplitude influencing wooden panels increased significantly at lower temperatures 
and the effect of lower temperature was more pronounced for short-term fluctuations 
and gradually less important for long-term fluctuations. This demonstrates that mois-
ture diffusion is retarded at low temperatures. However, it should also be mentioned 
that there are results on temperature dependence which are opposite to the general belief 
that lower temperatures reduce deformation. A study by Yang et al. () investigat-
ing MC changes and dimensional responses of wood at constant RH ( % RH) with 
repeated step-changes in temperatures ( to  °C) gave surprising and opposite results 
from other studies. The shrinkage coefficient showed that wood suffers . times as 
many dimensional changes per unit degree Celsius compared to unit % RH for samples 
of the same size. Furthermore the static, step-change in temperature was more serious 
compared to dynamic conditions (Yang et al. ). According to this study it appears as 
if temperature has some effect on wood at constant RH, while the results’ varying with 
thickness and cut indicate that response to changes in temperature are not immediate. 
In another study by the same authors, their experiments showed that MC exchange due 
to fluctuating RH between  and  % RH was lower at  °C compared to  °C, 
which was explained as the hygroscopicity of wood decreasing with increasing tempera-
ture as a result of losing sorption sites (Yang & Ma ).

During natural conditions a temperature fluctuation without a subsequent RH change 
is not likely to happen in any other environments than in a tightly-sealed and buffered 
show case or transport crate (Padfield et al. ). Therefore, in any natural environment 
there will always be a direct or indirect influence of temperature on RH and MC, both 
on a daily as well seasonal basis. Because the RH and temperature levels in non-heated 
buildings vary with the seasons and in relation to each other it is not straightforward to 
separate the two parameters during dynamic conditions so as to be able to evaluate the 
impact of RH and temperature separately. 

3.6.3 Sub-zero temperatures
RH at sub-zero temperatures is defined as the actual moisture pressure in the ambient 
air divided by the saturation vapour pressure over ice. However, moisture adsorbed by 
hygroscopic materials tends to maintain equilibrium with vapour pressure over super-
cooled water below zero, which means that it is higher than vapour pressure over ice. Not 
until the vapour pressure over ice becomes lower than water pressure over super-cooled 
water will ice formation occur in the wood or any other hygroscopic material (Padfield 
n.d.(c)). It is however uncertain if damage due to freezing of water occurs in wood. One 
of the few studies of the influence of low and sub-zero temperatures is by Hedlin (). 
He showed that, for  different types of wood species, EMC was substantially lower 
at  % RH (over ice) at - °C in comparison to the same RH and  °C. It means 
that wood stored under such cold conditions will tend to have a MC below that of FSP 
during the winter season. Moreover, the hysteresis was clearly lower compared to above 
the freezing point. 
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It has also been shown by Bodig & Jayne () that the E-modulus continues to in-
crease below the freezing point and that the larger effect of low temperatures is more 
predominant at higher MC ranges (Fig. ).

3.6.4 The influence of low temperature on painted wooden objects
In the cultural heritage sector, wooden objects frequently have a painted, varnished or 
gilded surface. Research has been performed to study the impact of low temperatures 
on hide glue and paints with different binders and pigments. Varnishes, lacquers, oil, 
alkyd and acrylic paints are at risk when exposed to low temperatures. These materials 
show much lower dimensional response to temperature compared to RH and there-
fore low temperatures could be considered not to be harmful. However paints such 
as acrylics, alkyds and oil, undergo a glass transition or phase transition (Tg) from 
rubbery via the leathery region to the glassy state at low temperatures, where these ma-
terials become very brittle. In this leathery region the materials are still able to partly 
deform elastically (Michalski ; Mecklenburg b). The leathery transition can 
occur during a temperature interval from  to - °C for different types of oils, with 
and without pigments, aged and not aged. Not until - °C does full glassy response 
occur (Michalski ).

Different studies give different information on the Tg for paints, which might be due 
to the large variety and constituents of paints that exist, in addition to age and his-
tory, which may also have influenced the paint. Traditional oil paints have a Tg of 
around –  °C and for alkyd paints Tg is about –  °C according to Mecklenburg and 
Tumosa (). Young and Hagan () tested a range of modern alkyd and acrylic 
primers and showed that, despite there being a variation among the tested paints, the 
E-modulus and ultimate tensile strength increased and the strain to failure decreased 

with temperatures ranging from  to 
- °C. Tg, was shown in this test to be 
 °C for alkyds and  °C for acrylics. 

Damage to painted or varnished wooden 
objects subjected to low temperatures 
are according to Mecklenburg seen as 
craqelure in the surface layer, running 
predominantly perpendicular to the 
wooden grain (Fig. ). The explanation 
for this behaviour is that the dimension-
al response of most materials to changes 
in temperature is low and remarkably 
consistent from one material to another. 

Fig. . Detail of a gilded picture frame. The grain of the wood is 
vertical in the picture and the craquelure run mostly horizontally in 
the gilded surface, which is perpendicular to the grain. This damage 
is therefore assumed to be a result of low temperatures.
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However, because wood has an anisotropic behaviour it will only deform to a minor 
degree in the direction of the grain upon a fall in temperature. In the cross-grain direc-
tion it will instead contract and thereby release stresses and strains in the surface layers 
in the cross grain directions. Temperature-induced cracking in the varnished or painted 
layer can occur as soon as the object has reached the new temperature equilibrium 
(Mecklenburg b). 

Experiments which fluctuate both temperature and RH simultaneously are few. In a 
study by Erlebacher et al. the correlation between low temperatures and brittleness of 
acrylic paint was tested. It suggested that there is a difference in Tg which is due both to 
RH and temperature. They noted that Tg was passed near  °C at  % RH and  °C at 
 % RH. The ambient moisture in the air would then act like a plasticizer, resulting in a 
lower Tg (Erlebacher et al. ). This may even give a lower Tg in the higher RH range, 
common in the winter periods in non-heated historic buildings. 

Low temperatures and sub-zero temperatures are commonly used for museum objects 
for eradication of insect infestations or mould. During these circumstances the freezing 
process is of course thoroughly controlled in a way not occurring in historic buildings. 
In these situations, Strang () agrees that oil paint and polymers become brittle 
when cooled down to low temperatures. However, painted wooden objects down to - 
°C are considered safe. Below this point there is a small but real possibility of increased 
craquelure in painted and varnished objects. As mentioned earlier, wood which is only 
in contact with moist air does not contain liquid water (Thygesen et al. ) and there-
fore theoretical freeze/thaw cycles should not cause damage. Carrlee (), who has 
thoroughly reviewed the risks from low temperatures and freezing of museum objects 
concluded that there should not be any significant structural damage to wooden objects 
which are repeatedly frozen for pest control. 

3 .7 !e influence of age on wood’s mechanical properties
Comparing the mechanical properties of aged and fresh wood is expected to give ad-
ditional information on climate-induced damage to wooden objects which have been 
subjected to unfavourable environmental conditions for long periods of time. Although 
it is often impossible to know exactly the environmental history to which aged wood has 
been exposed, a large-enough number of individual studies could give a general indica-
tion on the impact of low temperatures and high RH. The results of such studies as were 
found are presented in this section.  

Buck tested the adsorption and desorption ability of various wood species and various 
ages, dating from one to approximately  years old. He concluded that, over time, 
wood would not be less prone to respond to changes in RH, on the contrary the sorp-
tion properties did not change significantly with age (Buck ). Experiments com-
paring the mechanical and physical properties of wood (strength, stiffness, elasticity 
and strain-to-break) showed no significant difference between th century and fresh 
Scots pine (Erhardt et al. ). However, Unger et al. () compiled the results of 
several researchers on the impact of age and noted some results also showed that the 
EMC could be reduced by age. Moreover, aged wood may be more deteriorated due to 





exposure to pest or insect attacks which have changed their properties. This would result 
in increased hygroscopicity but not necessarily to changes in dimension. Such objects 
may also have been exposed to maintenance or conservation treatments which will alter 
the mechanical properties. Fracture intensity using acoustic emission (AE) was used by 
Jakieła et al. (a) to predict the evolution of damage to materials. They compared 
an aged, approximately  years old polychrome lime wood sculpture from a church 
and a fresh lime wood sample. The result showed that the response pattern between the 
two were similar. 

In Table , Section ., the results of two studies testing strain of wood of different ages 
(Klein & Bröker ; Dionisi-Vici et al. ) are illustrated. There was no detected 
difference in strain comparing a fresh wooden panel and a wooden panel from the th 
century monitored by Klein and Bröker (). However, there was a difference in two 
wooden samples monitored by Dionisi-Vici et al. There was less strain in the -year-
old oak sample compared to the sound wood. This could possibly be explained by the 
conservation treatment of the archaeological wood (Dionisi-Vici et al. ).

One comprehensive study was found comparing aged and fresh wood. This was by 
Mohager (). He examined various mechanical properties of newly-felled as well as 
aged wood. The latter had been used as construction timber in buildings which were 
heated (-, - and -years-old wood) and non-heated (- and -years-old 
wood). The wood from the non-heated buildings had been used as roof trusses just 
below an uninsulated metal roof exposed to extremes in RH and temperatures includ-
ing condensation. The results showed that the samples’ E-modulus decreased with age. 
The sorption isotherm was considerably higher for the fresh wood compared to the aged 
wood. Moreover the sorption isotherm for wood from the non-heated buildings was 
lower compared to the wood from the heated buildings. During cycling RH tests ( 
days fluctuations,  to  % RH for approximately  days), MC magnitudes were 
larger in the fresh wood compared to aged wood. The moisture movement across the 
grain was also much slower in the aged wood indicating a reduced hygroscopicity by 
age. This may be explained by an increased number of pit openings in the wood become 
permanently closed with age. Creep tests show that the age of wood clearly had an influ-
ence on creep. At a constant RH and temperature, the older the wood the less creep was 
recorded. Moreover, all the samples which had previously been subjected to the more 
harsh environmental and mechanical impact (non-heated buildings) showed less creep 
compared to those which originated from heated buildings. Cyclic RH experiments at a 
load of  MPa showed that there was less creep in the aged wood compared to the fresh 
wood and moreover that the aged wood had a higher viscoelastic deformation (recovery) 
in relation to deformation compared to the fresh wood. However, the total deformation 
was generally higher for the aged wood since it had a lower E-modulus compared to the 
fresh wood. During bending experiments at a constant RH the fresh wood had a higher 
breaking strain compared to the aged wood (Mohager ).

In a recent review paper by Cavelli () the investigated mechanical properties of 
aged wood from  different studies were compared. In general the results showed a 
low concurrence between the different studies for bending, compressive, tensile and 
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shear strength. However, the results on the E-modulus (bending stiffness) remained 
unchanged, or were not significantly affected over time, which is opposite to the results 
by Mohager (). The varied results from the  studies were presumed to be due to 
the fact that the woods tested varied in terms of their physical properties and resistance 
to ageing. These variations include differences between wood species, exposure to differ-
ent, often unknown environmental conditions, and the effect of load history. Moreover, 
the testing procedures were not standardised and the tested wood samples ranged from 
small clear wood specimens to large construction elements. (Cavalli et al. ).

The results of the investigations presented in this section show low agreement and there-
fore it is not possible to make reliable conclusions. Additional studies on aged and fresh 
wood are of importance because they will add to the knowledge on strain hardening 
in wood as proposed by Mecklenburg et al. () as well as to the proofed fluctuation 
concept suggested by Michalski (). 

3 .8 Monitored deformation of wooden objects and samples in uncontrolled 
indoor environments
In conservation literature remarkably few investigations have monitored deformation 
of wooden samples or objects in relation to RH and temperature in natural environ-
ments. However, since the yield strain (approximately . %) and the breaking strain 
(approximately . %) according to Mecklenburg et al. () and Mecklenburg et al. 
() are determined during RH step-changes in laboratory conditions, it is interesting 
to relate the actual deformation of wooden samples or objects in their own environ-
ments to these threshold values. The question is, during what climate conditions does 
the yield strain or the breaking strain in historic buildings occur and can they relate to 
the recommended climate range of  +/-  % RH as suggested by Bratasz (a). In 
Table  are listed the papers found which have studied deformation of wooden objects 
or samples in poorly- or non-climate-controlled indoor environments, museums as well 
as historic buildings. In some cases the authors have expressed the strain in relation to 
a RH range during a certain time period, such as Dioni-Vici et al. (). In other cases 
these values have been extracted from the graphs of the publications showing maximum 
and minimum strain during certain RH ranges and time durations. These are marked 
(*) in Table  and are estimated as the largest change in deformation during the full 
monitored period of time in each study. 

As seen in Table , the most common method used to monitor deformation is different 
types of transducers. The periods monitored were between one week and  months. 
The temperature was only presented in the more recent studies. It is assumed however, 
that the temperature in museum and laboratories are approximately  °C. Information 
such as wood species, cut of wood, type of coating and observed damage to paint and 
wood, are important but not always reported. 

Among the studies in Table , it is difficult to find clear tendencies between RH change 
and strain but it is clear that measured RH changes are generally larger in historic build-
ings with no climate control than the recommended RH changes, centred between 
 and  % RH (Mecklenburg et al. ) or  +/-  % RH (Bratasz a). The 





 S
ou

rc
e 

W
oo

d 
sp

ec
ies

 a
nd

 o
bj

ec
t 

ch
ar

ac
te

ris
tic

s  
C

ut
:  

R
ad

ia
l (

R
), 

ta
ng

en
tia

l (
T

),
 C

ro
ss

 
gr

ai
n 

(C
)  

O
bs

er
ve

d 
la

rg
es

t R
H

 c
ha

ng
e a

nd
 

re
co

rd
ed

 te
m

pe
ra

tu
re

 in
 a

 
m

on
ito

re
d 

pe
rio

d  

D
ur

at
io

n 
of

 
m

on
ito

re
d 

 
pe

rio
d 

 
 

M
on

ito
rin

g 
m

et
ho

d 
E

xp
er

im
en

t l
oc

at
io

n 
an

d 
ty

pe
 o

f  c
lim

at
e 

co
nt

ro
l 

R
ep

or
te

d 
di

m
en

si
o n

al
 

ch
an

ge
 

R
ep

or
te

d 
st

ra
in

 or
 c

al
cu

la
te

d 
st

ra
in

 fr
om

 g
ra

ph
s 

av
ai

la
bl

e 
in

 p
ub

lis
he

d 
pa

pe
r.

 T
he

 
la

tte
r 

is
 m

ar
ke

d 
(*

)  

K
le

in
 a

nd
 

B
rš

ke
r 

19
90

 
O

ak
 p

an
el 

(n
ew

 fr
om

 1
98

7)
  

R 
RH

: 6
0-

43
%

   
 (1

7 
%

 R
H

 d
ro

p)
 

T
: ?

  
7 

da
ys

  
In

du
ct

iv
e d

isp
lac

em
en

t 
tra

ns
du

ce
rs 

M
us

eu
m

 ex
hi

bi
tio

n 
-  

0.
09

 %
* 

Pa
in

te
d 

oa
k 

pa
ne

l f
ro

m
 1

5th
-

16
th
 ce

nt
. 

R 
RH

: 4
7-

60
 %

 (1
3 

%
 R

H
 in

cr
ea

se
) 

T
: ?

 
1 

m
on

th
  

 
In

du
ct

iv
e d

isp
lac

em
en

t 
tra

ns
du

ce
rs 

M
us

eu
m

 ex
hi

bi
tio

n 
- 

0.
08

 %
* 

O
ls

ta
d 

19
94

 
D

ec
or

at
ed

 w
all

. P
ai

nt
ed

 (?
) 

w
oo

d  
? 

RH
: 1

3-
75

 %
  (

62
 %

 R
H

 m
ax

 
di

ffe
re

nc
e i

n 
flu

ct
ua

tin
g 

co
nd

.) 
T

: ?
 

8 
m

on
th

s  
T

ra
ns

du
ce

rs
 (?

) 
St

av
e c

hu
rc

h 
(h

ea
te

d 
du

rin
g 

w
in

te
r)

 
- 

0.
4 

%
* 

W
all

 m
em

or
ia

l. 
D

ist
em

pe
r 

on
 w

oo
d  

? 
RH

: 5
-5

5 
%

 
(5

0 
%

 R
H

 m
ax

 d
iff

er
en

ce
 in

 
flu

ct
ua

tin
g 

co
nd

.)  
T

: ?
 

- 
1.

0 
%

* 

C
ru

ci
fix

 (1
). 

Pa
in

te
d 

(?)
 

w
oo

d 
? 

RH
:  

30
-9

5 
%

  (
55

 %
 R

H
 in

cr
ea

se
)  

T
: ?

 
St

av
e c

hu
rc

h 
(n

on
-

he
at

ed
)  

- 
0.

12
 %

* 

C
ru

ci
fix

 (2
) P

ai
nt

ed
 (?

) 
w

oo
d 

- 
0.

26
 %

* 

D
ec

or
at

ed
 w

all
. D

ist
em

pe
r 

on
 w

oo
d 

? 
RH

: 3
0-

99
 %

 (5
9 

%
 in

cr
ea

se
) 

T
: ?

 
- 

0.
6 

%
* 

F
al

ci
ai

 e
t a

l. 
20

03
 

D
um

m
y 

of
 p

an
el 

tre
at

ed
 

w
ith

 a 
ge

sso
 la

ye
r o

n 
on

e 
sid

e a
nd

 co
ns

tra
in

ed
 w

ith
 

do
ve

-ta
ile

d 
cr

os
s b

ea
m

s o
n 

th
e o

th
er

. M
ad

e o
f p

op
lar

 
(P

op
ul

us
 a

lb
a)

, t
ot

al 
67

0x
92

0x
12

 m
m

  

C
 

RH
: 3

8-
63

 %
 (2

5 
 %

 R
H

 in
cr

ea
se

) 
T

: ?
 

8 
da

ys
  

Fi
be

r B
ra

gg
 g

ra
tin

g 
se

ns
or

s 
U

nc
on

tro
lle

d 
cli

m
at

e 
co

nd
iti

on
s i

n 
lab

or
at

or
y 

 

- 
0.

1 
%

 *
 

B
ra

ta
sz

 a
nd

 
K

oz
ło

w
sk

i 
20

05
 

Po
ly

ch
ro

m
e w

oo
de

n 
sc

ul
pt

ur
e. 

T
hr

ee
 p

ar
ts 

w
er

e 
m

on
ito

re
d:

 H
ea

d,
 d

ra
pe

ry
 

an
d 

fin
ge

r o
f d

iff
er

en
t 

di
m

en
sio

ns
 

? 
RH

: 3
0-

70
 %

  (
40

 %
 R

H
 in

cr
ea

se
) 

T
: 1

0-
17

 °C
 

2 
m

on
th

s  
T

ria
ng

ul
at

io
n 

las
er

 
di

sp
lac

em
en

t s
en

so
r  

 

H
ist

or
ic

 ch
ur

ch
, 

in
te

rm
itt

en
tly

 h
ea

te
d  

- 
H

ea
d:

 0
.3

 %
* 

D
ra

pe
ry

: 0
.6

 %
* 

Fi
ng

er
: 2

.3
 %

* 

K
ni

gh
t a

nd
 

T
hi

ck
et

t 2
00

7  
G

ild
ed

 w
oo

de
n 

ta
bl

e 
C

 
RH

: 7
4 

-3
4 

%
   

 (3
0 

%
 R

H
 d

ro
p)

 
T

: 1
1-

20
 °C

 
3 

m
on

th
s  

Li
ne

ar
 v

ar
ia

bl
e d

iff
er

en
tia

l 
tra

ns
fo

rm
er

 (L
V

D
T

) 
m

on
ito

rin
g 

th
e w

id
th

 ch
an

ge
 o

f 
ap

pr
ox

im
at

ely
 2

 m
m

 w
id

e c
ra

ck
 

U
nc

on
tro

lle
d 

cli
m

at
e 

co
nd

iti
on

s i
n 

a 
hi

sto
ric

 h
ou

se
 

0.
1 

m
m

 
- 

D
io

ni
si

-V
ic

i 
et

 a
l . 

20
13

 
U

nc
oa

te
d 

so
un

d 
oa

k 
bo

ar
d 

R  
RH

: 2
2-

83
 %

   
(6

1 
%

 R
H

 in
cr

ea
se

) 
T

:  
17

-2
7 

°C
  

5.
5 

m
on

th
s 

T
ra

ns
du

ce
rs

 (D
ef

or
m

om
et

ric
 

K
it,

 D
K

)  
M

us
eu

m
 ex

hi
bi

tio
n 

w
ith

 u
nc

on
tro

lle
d 

en
vi

ro
nm

en
t  

- 
0.

84
3 

%
  

 
O

ak
 b

oa
rd

 ca
 1

20
0 

ye
ar

s o
ld

 
(a

rc
ha

eo
lo

gi
ca

l a
nd

 
im

pr
eg

na
te

d 
w

ith
 li

ns
ee

d 
oi

l 
an

d 
cr

eo
so

te
 in

 1
90

4)
 

0.
59

9 
%

 

A
lle

gr
et

ti 
et

 
al

. 2
01

7 
Pa

in
te

d 
w

oo
de

n 
pa

ne
l m

ad
e 

of
 p

ea
r w

oo
d.

 D
at

ed
 1

53
4  

R 
an

d 
su

b-
R 

RH
: 5

5-
35

 %
   

 (2
0 

%
 R

H
 d

ro
p)

 
T

: 2
5-

30
 °C

 
1.

5 
m

on
th

s 
(2

 p
er

io
ds

 
du

rin
g 

 2
 

ye
ar

s) 
  

T
ra

ns
du

ce
rs

 (D
ef

or
m

om
et

ric
 

K
it,

 D
K

 
St

or
ag

e w
ith

 n
o 

cli
m

at
e c

on
tro

l  
- 

0.
55

 %
* 

RH
: 5

7-
 2

5 
%

   
(3

2 
%

 R
H

 d
ro

p)
 

T
: 1

7 
°C

 
1.

2 
%

* 

   Ta
bl

e 
. D

efo
rm

at
io

n 
of

 w
oo

d 
in

 u
nc

on
tro

lle
d 

in
do

or
 en

vi
ro

nm
en

ts





majority of the studies show set points between  and  % RH. In the studies which 
show strains above . %, the majority of objects have been subjected to RH changes 
of above +/-  % RH during the monitored period, irrespectively of the set point. In 
the studies presenting results below the yield strain, the objects have mainly experienced 
RH differences of less than +/-  % RH, which is in accordance with the recommen-
dations. However, there are exceptions; the study by Olstad () does not follow this 
trend. Here the RH mean is below  % RH in the heated church and - % RH in 
the non-heated church. For the crucifix and decorated wall in the non-heated church 
the fluctuations are +/- - % RH. In the same environment, the crucifix showed 
strains clearly below the yield point and the decorated wall above the yield point. Olstad 
pointed out that the monitored wooden objects in the non-heated church were in good 
state of preservation compared to the objects in the heated church. It is possible that this 
is a result of the expected cold winter in Norway. In the study by Allegretti et al. () 
the RH was relatively stable ( +/-  % RH) but the subsequent strain was large (. 
%). No explanation for this was found. 

None of the studies in Table , except the strain of the sculpture’s finger in the work by 
Brataz and Koslowski (), showed results which approached the breaking strain. The 
environment in this church was  +/-  % RH and non-heated except for services in 
the church resulting in occasionally short periods of low humidity. The article pointed 
out that old, large cracks were visible in the massive head of the sculpture. Such cracks 
would be able to serve as expansion joints, allowing larger movements of the wood and 
hence recorded deformation. In this study however, the head exhibited the lowest strain 
of the monitored sites. The remarkably high strain for the finger, which did not show 
signs of visible damage, might be a result of monitoring errors. Knight and Thickett 
() suggested that the method used, triangulation laser displacement, monitors only 
the outermost surface of the sculpture which is also the reason why this method only 
shows minor response delays. 

There are additional papers measuring or monitoring damage to wood, using other 
methods to monitor damage. For instance, acoustic emission (AE) was used to monitor 
crack propagation during two years, examining a wooden cupboard from  on dis-
play at the National Museum in Krakow (Strojecki et al. ). The cupboard was on 
display in an exhibition were the temperature was kept at room temperature but RH was 
not controlled, resulting in large RH decrease during winter periods. The results showed 
a crack propagation of . mm per year. According to the authors the climatic condi-
tions in the galleries were considered to be a relatively low risk for the collection. How-
ever, this may be a matter of disagreement because objects like this cupboard are to be 
expected to be exhibited for centuries to come. With the rate of propagation measured 
it would correspond to  mm in  years in the present environment. Whether this 
type of damage is considered to be serious or not also influences the proofed fluctuation 
concept (Michalski ), as well as the apprehension that objects will acclimatise to a 
particular environment in a year’s time or longer (CEN EN  ). The same slow, 
hence continuing deformation in dynamic environments due to mechano-sorption was 
also noted by Mohager () as seen in Figs. a-b.
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To be able to make sustainable conclusions from in situ deformation monitoring, more 
studies need to be carried out. However, it is important to improve the procedures and 
methods used. Here a standardised methodology could be useful in order to make 
different studies comparable. For instance, how to define original length of a sample 
during dynamic environmental conditions as strain is defined as the change in length 
divided by the sampleÕs original length (Mecklenburg a). Until now it appears that a 
random length has been chosen as the reference. The minimum information needed is 
found in the headings in Table . Other variables which need to be taken into account 
are the distance between the measuring points, which is required to calculate the strain 
as well as the location of the measuring points. Klein and Bröker () showed that 
the distance between the measuring points is of negligible importance. However, the 
monitoring location on the panel can give significantly different results. The authors 
noted a difference of up to . % for different locations of the same panel monitored at 
the same occasion. Knight and Thickett () monitored the width change of a crack 
opening. This is interesting since open cracks are considered to work as expansion joints 
and are able to relieve stresses in wood (Camuffo et al. ). If the distance between 
the transducers’ attachment points to the wood had been reported and not only the 
width of the crack (Table ), the accurate strain value could have been calculated and 
would have included the deformation of the wood as well as the opening and closing 
of the crack. However, the authors further notice that some unexpected phenomena 
occurred. At times the wood did not at all respond to RH changes or at other times de-
formed without a change in RH. This was explained as possible release of accumulated 
stress and that large deformation could also occur on small changes in RH (Knight & 
Thickett ). These observed phenomena could possibly also be influenced by tem-
peratures or be explained by studies on moisture gradients in wood during dynamic 
climate conditions. 

Among those studies listed in Table , which reported the cut of the wood used in their 
research, all were radial. This is known to be much more dimensionally-stable compared 
to the tangential cut. This may be one reason why the divergent results cannot really be 
compared. Another problem to overcome when monitoring deformation of objects or 
samples is the influences of stresses in materials. To what extent the wood is constrained 
and therefore totally, partly or occasionally limited in its movement will of course in-
fluence the results and restrict different studies from being related. In Table  it is not 
known to what extent all of the monitored objects or samples are restrained or not and 
this will of course also influence the results. One would expect constrained wood to 
show less strain compared to wood which is free to swell and shrink. However, there are 
also published results which show the opposite. Brewer and Forno () made tests on 
radial-cut oak panel samples. One was free to swell and shrink and the other cradled 
on the reverse side. Both panels were sized and coated with linseed oil paint containing 
lead white on the front side. For an unrestrained panel subjected to a step-change in 
RH from  to  % RH the recorded in-plane strain was . %. For the cradled oak 
panel subjected to a step-change from  to  % RH, the cross-grain average strain 
was recorded to be . %. There was also a clear asymmetry in distribution of the 
measured strains; close to the edges, the strain was . % which can be attributed to 
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greater moisture permeability towards the end grain of the panel. The battens are also 
influential. In front of a fixed batten the strain was typically . % but as much as . 
% between the battens. Other reasons which may influence the results are the relation 
between in-plane and out-of-plane deformation; some battens restrict bending but not 
in-plane movements (Brewer & Forno ).

Under a fixed load the materials will creep and stress relax under fixed displacement 
constraints. Deformation or damage due to mechano-sorption, which is significant in 
fluctuating RH and temperature environments, not only show larger deformation but 
also a larger recovery degree, compared to step-changes. How this influences the total 
strain and permanent damage should be investigated in future studies.

3 .9 Summary and conclusions of Sections 3 .1 to 3 .8
Wood responds to changes in RH and temperature of the ambient air by adsorbing or 
desorbing moisture. This in turn leads to deformation of the wood if the samples are 
free to swell and shrink, or to internal stresses if the wood is restrained from moving. 
In conservation science the majority of research has been performed on mechanical 
deformation of the material. As in engineering and wood sciences, the research has 
gradually been more focused on developing numerical models to validate the empirical 
experiments and to be able to use the models as a complement to the experiments. The 
developed models are often based on the wood reaching full EMC at different RH levels 
on adsorption and desorption (isotherms) and simultaneously maximum deformation at 
each EMC step. Such experiments have been performed in laboratory settings on step-
changes in RH and constant temperature. These worst case scenarios are the foundation 
for the recommended environmental ranges for hygroscopic cultural heritage objects. 
From this research the yield strain has been proposed to be the precautious limit not to 
cause plastic, permanent deformation. The materials tested are mainly associated with 
paintings on wood and canvas. Besides museums, there are a very large number of cul-
tural heritage objects housed in buildings which are not environmentally-controlled to 
museum standards. Observations of objects in such buildings have shown that perma-
nently-heated buildings with no RH control have caused much damage to hygroscopic 
objects while those hygroscopic objects in less-heated buildings are in a rather good state 
of preservation. In non-heated or intermittently-heated buildings the highest RH levels 
are normally found during the winter seasons and therefore coincide with low, and in 
periods, sub-zero temperatures. Moreover, such environments are characterised by large 
daily and seasonal RH and temperature fluctuations. 

The overall factors which will determine how much a wooden object or sample will 
deform or lead to increased internal stress, is the RH and temperature amplitude in 
combination with the duration at which it is subjected to these conditions. Materialś  
E-modulus and external load (restraint) are also important factors. Studying several 
parameters simultaneously is complicated and hence it is understandable that investi-
gating more than solitary parameters at the same time is the preferred method. How-
ever, knowledge of the combined influence of daily, seasonal and sometimes weekly or 
monthly fluctuations of RH and temperature is crucial, because it has not been proven 
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that they can be covered in the worst case scenario concept. It is more likely that these 
parameters, from time to time, either reduce or enhance the actual deformation and 
stresses. It is clear that the area of research is very complex and the results of the stud-
ies are often unclear and inconsistent. There are assumed to be additional areas which 
need to be studied further in order to confirm or adjust the present climate criteria in 
museums and in historic buildings (see Chapter ).

It is reasonable and could be anticipated that seasonal changes in RH would influence 
MC and deformation at depth in more massive objects while the daily fluctuations only 
influence MC and deformation in thin objects or the surface of thicker objects. The 
research results so far show contradictory results and therefore conclusions cannot yet 
be drawn. In dynamic environments EMC is probably seldom or never reached and 
therefore the actual deformation can be assumed to be smaller compared to deformation 
at full EMC. However, before EMC is reached, moisture gradients through the mate-
rial are present, which creates transient internal stresses in the material. Knowledge on 
how these stresses develop and during which circumstances they increase or decrease 
is scarce. Theoretically, moisture gradients could possibly also function as a buffer and 
reduce the rate of MC changes in wood and thereby release stresses. 

Moisture transport processes are complex, especially in the higher RH range. The iso-
therm in the higher RH range is steeper compared to the mid-RH range and there-
fore a small change in RH is assumed to cause a relatively large change in EMC and 
subsequent deformation. However, in the higher RH range the diffusion coefficient 
(rate of sorption) is reduced, which indirectly also influences the rate of deformation. 
The practical consequence is that, although a small change in RH will cause a large 
change in EMC, in natural environments the wood will take longer time to respond to 
a change in RH in the higher RH-range compared to the mid-RH range and hence the 
impact will not become as large as theoretically calculated. Low temperatures retard the 
response delay and response time even further. Using actual MC data instead of EMC 
might come closer to reality but is still only a mean value of the moisture present in the 
entire wood sample. It will not show the progress of the moisture gradients inside the 
wood. To predict moisture transport and deformation in wood by means of mathemati-
cal modelling used to predict the environmental impact on cultural heritage objects is 
not completely consistent with reality, especially not in the higher RH range. Complex 
combined models are needed to reflect the actual deformation process.

On a step-change in RH the MC and deformation of an uncoated wooden sample 
and resulting deformation is normally asymptotic, showing initially a fast increased 
change, which gradually decreases and results in maximum deformation or stress. This 
occurs when EMC is reached. In cultural heritage objects assembled of parts of various 
materials and thicknesses, the response rate needs to be considered because the pieces 
of the objects have individual response rates. While some materials may have reached 
EMC and the assumed maximum deformation in a given period of time, others may 
not have started to respond to the RH change yet. Objects of combined materials, such 
as painted panels, respond quickly to their maximum deformation and have fully or 
partly relaxed in the same time period. Parts of the object may be subjected to restraints 
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or loads while other parts are free to swell or shrink. Objects are therefore subjected to 
both external stress, due to restraint or applied load, and internal stress due to changes 
in RH or temperature. The combined effect should be able to increase or even at times 
decrease the impact allowing the object to stress relax. 

In non-climate-controlled environments this is of course even more complex. Based on 
the worst case scenario, wooden objects are assumed to be fully restrained, not allowed 
to swell and shrink. In such conditions, it is likely that objects in historic buildings are 
subjected to a large extent to creep deformation. However, not much research has so 
far been performed on mechano-sorptive creep in the cultural heritage sector although 
such circumstances are likely of outmost importance for objects in historic buildings. 
Repetitive RH cycles under load are shown to create larger deformation in wood com-
pared to an applied load on a single step-change in RH under the same load. However, 
depending on the load magnitude, the stress will increase or decrease over time. Low 
temperatures reduce the MC fluctuations in wood. In the cases where RH fluctuations 
are larger so is the recovery on released load. The magnitude of mechano-sorption de-
pends on RH amplitude not the RH range (mid compared to high RH range). Recovery 
is larger in the higher RH range compared to the mid-RH range. Viscoelastic creep may 
also be involved and it is possible that it reduces stress levels over time in thicker wooden 
objects. Also the type of load or restraint is important. Compression load results in 
larger deformation compared to tensile load.

Experiments have shown that, while the yield strain is rather constant in the entire 
RH range, the breaking strain is only constant in the low and mid-RH range. At high 
RH the breaking strain is dramatically increased, allowing larger deformations before 
failure. It has been proposed that most cultural objects have been subjected to harsh 
environments for longer or shorter periods of their existence and that they likely have 
undergone various degrees of plastic deformation, the so called strain hardening. 

Comparing the difference in moisture transport and mechanical properties of aged 
wood in comparison to fresh wood from several studies showed that there is no clear 
distinction between fresh and aged wood. However, in a thorough study, fresh wood 
was compared with aged wood which had been located in different environments, heat-
ed buildings as well as in non-heated buildings. It showed that the fresh wood had the 
highest sorption isotherm and moisture transport rate compared to the aged wood, 
indicating a reduced hygroscopicity with age. Of the aged wood the timber which had 
been housed in a cold environment showed least response to RH changes. The same 
pattern was seen in the creep experiments, the least creep deformation was recorded in 
the aged wood from the non-heated building. Moreover, the experiments showed the 
aged wood had a higher viscoelastic deformation (relaxation) in relation to deformation 
compared to the fresh wood. The difference from this pattern was the total deformation 
which was greater for the aged wood. 

Low temperature retards moisture transport in wood and therefore the MC amplitudes 
will be reduced and the response delay will increase. However, creep and the structural 
relaxation time will also be prolonged. As far as has been found, limited research has 
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been performed in wood science and engineering on low temperatures. The levels of 
temperatures’ influence on mechanical deformation has mostly been ignored and seen 
mainly as a factor to control RH. There are research results which favour the use of low 
temperatures and others which raise concerns on the painted or gilded layers on wood. 
Sub-zero temperatures are considered to cause damage to paint and varnish layers due 
to the passing of Tg. On the other hand sub-zero temperatures are used for pest eradica-
tion and are considered safe also for painted wooden objects.

The relationship between stress and strain has a linear behaviour in the elastic range. 
The E-modulus is influenced by MC as higher MC results in a lower E-modulus, which 
in turn results in a more flexible material, whereas low T increases E-modulus. In a 
non-heated historic building during winter the combination of high RH and low tem-
peratures could be assumed to balance the high and low E-modulus. However, accord-
ing to Fig.  higher MC in combination with colder temperatures results in a stiffer 
material. In a fluctuating environment creep is strongly dependant on the E-modulus, 
in that a higher E-modulus makes wood more resistant to deformation and the wood 
will last longer before failure (Fig. a). This combination may be a contributing factor 
to why wood can tolerate cold and humid environments. Moreover, it is also suggested 
that high RH may act as a plasticiser for acrylic paints decreasing Tg which would then 
make the paint less fragile in non-heated buildings. Published studies on the combined 
effect of fluctuating temperature and RH on wooden objects in the cultural heritage 
sector have not been found. 

Based on the research which has been performed in the cultural heritage sector alone 
it is difficult to make conclusions on what should be considered to be recommended 
environmental criteria for wooden objects in historic buildings. One important reason 
is likely the experimental setups. The methods and the materials, or combination of 
materials tested are too diverse to be compared.

The question is, whether deformation during stable and fluctuating RH and tempera-
tures can be compared at all and hence whether climate criteria based on worst case 
scenarios are suitable for objects in historic building environments? From literature it 
cannot be evaluated if those conditions are better or worse. In several articles the strain 
has been monitored in relation to the fluctuating RH (Table ). The results showed 
that in those cases the yield strain (. %) was not reached, RH monitored was not 
exceeding +/-  % RH. When, on the other hand, the yield strain was exceeded the 
RH changes were above +/-  % RH. In a non-heated church the change was +/- -
 % RH and still the monitored yield strain was not reached. Hence, it is possible 
that the cool temperature was contributing to the reported good state of preservation 
of the painted crucifix in this church. At present, studies are too few to make a reliable 
conclusion. However it should be noted that RH fluctuations and the yield strain of 
the wooden objects partly fit with the suggested climate criteria. Low temperature may 
increase the safe RH changes.

At present the results of different experiments are difficult to compare directly, since dif-
ferent loads, samples size, RH and temperature ranges, types of monitoring or analysing 
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equipment might give different results. For instance, the different methods of monitor-
ing deformation need to be evaluated and compared. When comparing engineering 
or wood research and cultural heritage research, both the aims of the research and the 
methods used are different. However, it is necessary to map any discrepancies or con-
flicts in understanding areas which need to be further investigated. In the end it would 
be useful to develop standardized methods for laboratory as well as in-situ applications 
to achieve a larger number of results which are both comparable and aim to study the 
impact of climate on objects in historic buildings.

3 .10  Damage assessment, cause-e"ect and damage functions
As can be stated from the above in Chapter , there is an extensive amount of research 
on moisture transport and deformation of wood available in wood science and engi-
neering science. However, the results cannot be used uncritically and unprocessed in 
conservation science to evaluate the impact of indoor environments on objects or whole 
collections. The task conservation science is facing is much more complex in many ways. 
The results presented in cultural heritage research on environmentally-induced damage 
and suggested recommended climate ranges are still unclear. Monitoring of mechanical 
deformation of individual objects in their own indoor environments has been employed, 
as presented in Table . However it is not always possible to observe on a macroscopic 
level when an object has passed the yield strain and is suffering from permanent defor-
mation. Studies of climate- induced damage to objects are rare and the individual cul-
tural heritage objects are too unique to give statistical foundations for types or groups of 
objects. Therefore additional methods should be engaged by comparing the results from 
laboratory studies of specific materials to ascertain what type of, and to what extent, 
damage to objects are present or absent in particular indoor environments (Luxford et 
al. ).

Damage assessments or condition surveys aim to determine the state of the objects or 
collections and causes of deterioration (Taylor & Watkinson ). However, to specifi-
cally evaluate the cause-effect relationship between damage and indoor environment 
is extremely complex, which has been pointed out by several authors (Ashley-Smith 
; Ashley-Smith ; Leijonhufvud et al. ; Strlič et al. ). Referring to the 
research project Collection Demography: On Dynamic Evolution of Populations of Objects, 
Ashley-Smith disagrees with the claim that demographic studies of objects exposed to 
different environments are possible to be performed, unless the population studied is 
both large and fairly homogenous, as for instance books or paper in archives and librar-
ies. (Ashley-Smith ; UCL Institute for Sustainable Heritage n.d.). This is so because 
both damage as well as indoor environment need to be defined and quantified in order 
to be able to be correlated. The cause-effect relationship should therefore be based on a 
sufficient number of observations of the factors which affect the rate of deterioration so 
that it is possible to combine the most important of these into mathematical equations 
or algorithms. 

Mecklenburg explains damage to be either permanent deformation or actual cracking 
(Mecklenburg a). Within the Climate for Collection project, Ashley-Smith at first 
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defined damage as unwanted irreversible change. However he also questions this defini-
tion since not all damage would be regarded as unwanted. Historic objects are valued 
because they not only are old, but look old, and this change would not normally be 
called damage, but being venerable, timeworn or having a patina (Ashley-Smith ). 
Damage function is a quantitative expression of cause and effect relationships between 
environmental factors and material change. In the cultural heritage sector a damage 
function can be defined as an equation or an algorithm that relates quantifiable factors 
in the object’s environment to quantifiable changes within the object. Dose-response 
relationship is a subgroup of damage functions. A dose-response function shows the 
relationship between the total accumulated dose of a hazard such as light or a pollutant 
gas to measureable change in a material after a certain time of exposure. The function is 
linked to the rate of change and to the concentration of the active agents of deterioration 
(Ashley-Smith ). 

Leijonhufvud et al. () explained a number of uncertainties in damage functions; 
one example is the damage functions being based on single materials and thus not being 
representative of the variety of forms in which materials are found in cultural heritage 
objects. Deterioration processes nor synergetic effects are included in the damage func-
tions which may also make them incomplete. Another factor influencing the damage 
functions is the interpretation of the output, that is, the predicted material change. 
Most damage functions will only predict a relative change and the interpretation of 
damage is subjective. Michalski () generally describes damage functions as having 
low precision because they assume a universal object and have a poor applicability to 
a varied collection; they generalise average behavior of materials and assume a single, 
simple geometry. Another important aspect of damage assessments is the often low 
reliability in the results of such surveys. Taylor has in a number of papers studied the 
subjectivity, bias, reliability, causes and extent of varying results; subjectivity or bias 
was for instance present among surveyors with a different range of levels of conserva-
tion background when performing condition surveys (Taylor & Stevenson ). Even 
interventive and preventive conservators may give different scores in condition surveys 
(Taylor ). The agreement of the same surveyor executing condition surveys of the 
same object but ten weeks apart also showed a large variation, from almost identical 
response to near-chance agreement. One surveyor will not show more consistency in 
assessment than two different persons will (Taylor ).

The climate histories of the objects also cause uncertainties since the objects may have 
moved between various unknown environments, as for instance described by Legrum 
() and it is not possible to know when certain damage occurred. It is also pos-
sible that objects have been subjected to different types of treatment in past times. 
These could have caused damage to wood and painted layers that today may mistakenly 
be related to damage due to adverse indoor environments. Damage is cumulative, but 
does not necessarily develop at the same rate or within the same range over the course 
of time. Mechanical damage due to RH and temperature does not develop separately 
from, but is also influenced by, chemical and sometimes biological deterioration. These 
factors are also in turn influenced by factors such as light and air pollution. Damage 
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assessments will to some extent discover and separate the impact of these factors but it 
is would remain uncertain to which degree each factor contributes to the overall dam-
age. A condition survey of objects at a certain time will only determine the cumulative 
damage up to that date. It is not possible to determine the future damage progress 
rate without knowing about the future environmental impacts and by making regular 
follow-ups or evaluation in comparison with older photo documentation for example. 

In order to link damage to the indoor environment the RH and temperature also have 
to be monitored and evaluated. However, also here there are some complications which 
make this factor more uncertain. The microclimate in the vicinity of the objects may 
not be the same as the RH and temperature data monitored for the general indoor 
environment of a room or a building and this will affect the understanding of climate-
induced damage (Camuffo ). Current RH and T data may not be representative for 
the indoor environment the objects have been housed in during the course of their life 
and relating damage to those data may also be misleading. Even more important is that 
RH and temperature is only used as a proxy for MC of the materials; thus the indoor 
environment is only indirectly being related to damage (Leijonhufvud et al. ). It is 
more practical to monitor RH and temperature of the air in comparison to MC of ob-
jects or samples to relate to damage. However, a procedure to define and quantify both 
RH and T data as a combination, taking shorter term and longer term fluctuations into 
consideration, is so far lacking in the cultural heritage sector. 

Despite the fact that damage assessment as a tool for evaluating the impact of RH and 
temperature is both unprecise and coarse, it is a method commonly used by conservators, 
and it is practised as a part of collection management, preventive conservation and risk as-
sessment. From existing research and knowledge on climate-induced mechanical damage, 
as well as on chemical and biological deterioration of various materials, risk assessment 
models have been developed, such as eClimateNotebook (Image Permanence Institute 
) and Physics of Monuments (Martens ). RH and temperature data can be up-
loaded on their websites and in response an assessment of the risk for various materials is 
received. As for most research, these tools are based on average material research or single 
objects and it is questionable if this is a sufficient basis for a risk assessment. 

However, there are examples of specialised and systematic studies where an assessment 
is made of a predetermined type of damage patterns to evaluate a specific research ques-
tion. These methods could possibly be developed to be used as dose-response functions 
for climate-induced damage. Here, interpretation of the cause of damage found during 
the observations is excluded but instead only the damage is recorded and occasionally 
also quantified. Bucklow used such a method when examining different appearance of 
crack patterns on canvas paintings and panel paintings in order to determine the coun-
try of origin of the paintings (Bucklow ; ; ). Two groups performed the 
assessment; one professional group, including trained conservators, and a second group 
consisting of persons with no experience in examining craquelure. The second group 
was given assistance in how to evaluate the crack patterns while the first group was not 
assisted. Both groups scored approximately  % in determining which paintings where 
Flemish, Dutch, Italian or French. The results were also statistically confirmed. 
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Brunskog () used three different models to study the structure, alterations in the 
material, dating of the objects and answering questions concerning authenticity of the 
painted surfaces of  Swedish japanned objects. One of the models she used was the 
one suggested by Bucklow (; ; ), presented above. In this assessment she 
noticed that the interpretation changed with experience of examining many objects and 
this might have influenced the results. In another study by Brunskog (), she com-
pared the impact on painted wooden surfaces in non-heated or intermittently-heated 
churches to permanently-heated churches. Digital pictures of  individual painted 
surfaces from  churches were taken and this procedure was repeated again after ap-
proximately three years. During the period between the imaging, the RH and tempera-
ture of the churches was monitored. Based on the survey it was not evident that large 
RH fluctuations could be related to paint loss. However, development of cracks and 
elongation of existing cracks were more evident in the heated churches compared to the 
non-heated churches. 

Holl () made an assessment of gilded wood ornaments in Linderhof Palace in Ba-
varia. She compared pictures of gilded surfaces exhibiting damage taken in  and 
the same surfaces  years later. The palace was not heated at the time of the study 
but had been heated earlier. The results were compared with climate records from two 
rooms. Delamination of the gilded surfaces and mould growth were related to recorded 
RH and temperature, analysing the amount of time the climate deviated outside the 
guidelines of Thomson () and ASHRAE’s control class D (ASHRAE ). The 
result showed more damage, in terms of loss of gilded surfaces, close to, or on outer 
walls. According to Holl, this was attributed to higher and more fluctuating RH which 
was noted in these locations compared to in the centre of the same room. The observed 
losses were noted also on the pictures from . It was suggested that the damage was 
related to the heating which had been in use while the castle was still inhabited. Further, 
the least damage was notable in the room with the highest RH and lowest temperature. 
However, this was explained to be due to different gilding techniques used in different 
rooms of the castle (Holl ). 

Using damage assessment as a tool to relate damage to indoor environment is exten-
sively questioned. However, the few damage assessments on painted and gilded wood 
described here show that the methods may be used under certain conditions. Such 
methods should be developed and used further. Moreover, in a recent report from 
GCI a group of scientists and conservators have also brought forward the advantage 
of using epidemiology for future studies in the field of cultural heritage. It can for 
instance identify how environmentally-driven adverse effects are distributed in mu-
seum collections. It can involve both individual studies of comparable groups and, 
importantly, to develop a governing set of principles for evaluating reliability and ac-
curacy of evidence. Thus it may be used to develop environmental guidelines (Druzik 
and Boersma ).
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3 .11 Environmental standards, guidelines, specifications and recommendations 
As the research on the effects of indoor environments on objects and collections has 
gradually increased during the last decades, so have the numbers of environmental 
specifications, guidelines and standards. The RH recommendations in the s were 
in the RH range  to  % RH for different organic materials (Michalski ) and 
were followed by the much-narrower climate specifications (class :  or  +/-  % RH 
and  +/-  °C (winter) up to  +/-  °C (summer)) as proposed and specified in the 
1970s and 1980s by Thomson (1978, 1986). However, as has been cited in conservation 
literature many times before, Thomson recognised that the tolerance to RH fluctuations 
was more based on the capacity of the air-conditioning plant than what exhibits can ac-
tually stand without being harmed, ‘which is not known in any detail’ (Thomson  
p. ). It is clear that, although building and exhibition designers need simple climate 
targets for running climate control in museums, these targets cannot form standards 
and guidelines for museum collections (Michalski ). 

As shown in Section .., the development of standards based on research was mainly 
performed in Canada and USA during the s and s and pointed towards less strict 
environmental standards compared to the specifications by Thomson. CCI had already 
suggested changed standards in , after recognising that most Canadian buildings 
could not sustain adjustments of RH levels to  % RH during the winter season, and 
variations in the seasonal RH set point were implemented (Michalski ). The scientists 
at the Smithsonian Institution concluded in , as a result of their studies, that  to 
 % RH ( +/-  % RH) was safe for most hygroscopic materials. Ten years later, in 
, The Smithsonian Institution announced their new environmental standards ( 
+/-  % RH), well within the recommended ranges (Erhardt et al. ). In Europe, the 
announcement of the Bizot group (National Museum Directors’ Conference ) on 
Proposed interim guidelines for hygroscopic materials suggested there should be a stable RH 
of  to  % range and a stable temperature in the range  to  °C. Five years later, 
major conservation associations had accepted the wider environmental standards (IIC 
and ICOM-CC ). In  IIC and ICOM-CC announced that the existing interim 
guidelines should be guidelines not interim guidelines (Bickersteth ).

There are few standards or specifications which are aimed explicitly at historical building 
environments. Bratasz et al. () introduced a new approach, assuming that it is not 
possible to achieve a perfect environment for mixed collections. Instead they suggested 
a method to replicate the particular environment objects of organic materials have been 
located in and hence adapted to. It used a  days moving average of the annual RH 
measurement and removed the  % largest, most risky fluctuations, corresponding to 
one standard deviation, from the moving set point. The method later became CEN EN 
: and aimed to limit mechanical damage to objects of organic hygroscopic ma-
terials in historic buildings. Short term fluctuations of +/- % RH or below are consid-
ered not to cause any damage to organic materials (CEN EN  ). The standard 
can be used for RH or temperature separately but not for both parameters in combina-
tion. The EN : standard has later been criticised for not being able usable in all 
climates, such as the Portuguese temperate climates (Entradas Silva & Henriques ). 
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The United Kingdom’s National Trust has long experience in climate control of historic 
buildings and uses conservation heating for most of their buildings. In their SpeciÞca-
tion for Environmental Control the aim is to keep the humidity between  and  % 
RH for  % of the time. This specification also accepts a larger temperature range, go-
ing as low as  °C. The specifications are set to the needs of collections, visitors and staff 
as well as to reduce the energy consumption as much as possible (Blades & Staniforth 
). 

Environmental guidelines presented in the ASHRAE Handbook, in a new edition every 
third year since , are the standards that appear to be the most generally useful. They 
cover the environments in many types of buildings, from strictly climate-controlled 
museums (class AA or A) to historic buildings with various levels of climate control 
(class B, C and D). Associated with the classes are also the known related damage and 
deterioration risks (ASHRAE ).

In an overview paper on the development of environmental guidelines Michalski con-
cludes that, after a period of strict environmental guidelines, the environmental ranges 
are now widened and are back at the s environmental recommendations (Michalski 
). However there are still criticisms of and scepticism towards the guidelines and 
standards, arguing that the acceptable climate ranges are not yet fully known and there-
fore there is an increased and unacceptable risk of damage to collections on allowing 
wider RH and temperature ranges (Hackney ; Cassar ; Hatchfield ; Roy 
; Burmester & Eibl ; Bickersteth ; Staniforth ) Conservators have 
asked if the amount and type of research performed is sufficient for taking further steps 
towards more relaxed recommended climate ranges. If not, it is centrally important to 
identify the gaps and specify which type of research is needed, with researchers and 
conservators being in agreement. 

Partly as a response to the Proposed Interim Guidelines for Hygroscopic Materials (Na-
tional Museum Directors’ Conference ) and the tendencies of widening the envi-
ronmental guidelines, EGOR (Environmental Guidelines: Opportunities and Risks), a 
group of mainly British researchers stated that there is not sufficient knowledge on the 
effect of indoor environment to support existing environmental guidelines (Hackney 
; Strlič ). There had also been serious concerns raised about The British Stand-
ard (BS) : Recommendations for the Storage and Exhibitions of Archival Docu-
ments because it was difficult to meet its narrow environmental specifications without 
installation of invasive, expensive and energy-consuming HVAC systems. The standard, 
aimed at archive materials, was also being applied to other types of collections (Ashley-
Smith ). 

In , EGOR presented a report on current knowledge as well as shortcomings in 
present environmental standards and guidelines at that time (Hackney ). One of 
the outcomes of the EGOR initiative was a recommendation that new environmental 
standards based on recent scientific evidence should be developed for cultural collections 
in the UK (Cassar ). This standard later emerged as PAS 198:2012 SpeciÞcation for 
managing environmental conditions for cultural collections (BSI ). However, unlike 
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a true British standard, a PAS (publically available specification) is open for comment 
and may be considered for further development. Its aim is not to tell you what to do, 
but instead provide a framework to support you in thinking about what you need to do. 
It emphasises that individual institutions must make their own policies based on their 
own needs (Ashley-Smith ). The important aspect of PAS : is that it is only 
based on actual scientific evidence, taking all materials commonly found in museum 
collections into account. It acknowledges that there are areas which are not sufficiently 
known and hence it does not give strict and specific climate ranges. Moreover, it also 
includes the impact not only of RH and temperature but also light and air pollution. 
These parameters are presented separately and in combinations with each other to stress 
the vital impact of synergetic effects. It is aimed at people qualified and experienced in 
the care and management of cultural collections. It does not take architectural or engi-
neering aspects of environmental control into consideration. However, the reduction of 
fossil fuels aspect is acknowledged (BSI ). PAS : was later incorporated in 
the European Standard, CEN EN 16893 Conservation of Cultural Heritage - New Sites 
and Buildings Intended for the Storage and Use of Collections (CEN prEN  ).

From the perspective of this thesis, the current research, subsequent environmental 
standards and critique it is clear that there are areas which need to be studied more 
thoroughly in order to more firmly establish the appropriate standards among conser-
vators. With few exceptions, standards are not specifically based on dynamic environ-
ments. Studies on the effect of temperature on MC and subsequent mechanical impact 
on wood and other materials will add a more realistic understanding of the influence of 
indoor environment on cultural heritage objects. 
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4 .1 Background study: Evaluation of how risk assessment websites are using exis-
ting research results on climate-induced damage and deterioration (Paper I) 

4.1.1 Introduction
In conservation, it is challenging to establish the actual cause-effect relationship and to 
quantify dynamic degradation as well as mechanical stress and strain within materi-
als. Therefore, the worst case scenario is often used to determine how much change in 
RH and temperature a material can withstand without permanent deformation. What 
is examined is the EMC of the materials and thereby what maximum shrinkage and 
swelling are reached, neglecting the time factor necessary for the material to reach the 
EMC. Moreover the temperature is seldom taken into account, which will in particular 
influence the results for historic buildings with limited climate control.

There are methods available for evaluating the risk of the indoor climate to organic and 
inorganic materials based on current knowledge. Risk assessment websites use present 
knowledge to determine if collections housed in a specific environment are at risk for 
chemical, biological deterioration or mechanical damage. Two such websites examined 
were; eClimateNotebook from Image Permanence Institute (IPI), and Physics of Monu-
ments from the Technical University of Eindhoven (TuE). The latter is no longer in 
use. IPI based their website on their own research, sometimes in cooperation with other 
institutes, while TuE used the results of the conservation research community. On both 

4 
Summary of the studied parts
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these websites RH and temperature data can be uploaded and the site algorithms re-
spond with quantified estimates on risk impact of the specific combination of RH and 
T for various materials and objects. The aim of Paper I was to compare and evaluate the 
performance of these two websites. Of particular interest were whether the two website 
corresponded and if not, for which type of indoor environments?

4.1.2 Method
Climate data collected during thirteen months, from four different indoor environ-
ments, were uploaded onto and analysed by the two risk assessment websites, eCli-
mateNotebook and Physics of Monuments. The environment data originated from a 
museum with controlled RH and temperature, a church with temperature control, not 
allowing temperature below  °C resulting in very low RH in winter periods, a castle 
with dehumidification keeping RH below  % and finally the same castle but a room 
with no climate control and consequently large daily and seasonal variations in both 
RH and temperature (Fig. ). The result for chemical, biological (mould) and mechani-
cal damage were compared and evaluated. 

4.1.3 Results
The results from the two websites showed similar risk patterns for mould. Only in the 
castle with no climate control there was a clear risk. Also for chemical deterioration the 
results showed mainly an overall resemblance for the two websites (Paper I, Table ). 
Both websites indicate that there is an enhanced risk in the museum environment be-
cause of a temperature higher than  °C. The least risk was shown in the church with 
temperature control and subsequent dry environment in the winter periods. However, 
for mechanical damage risk the results from the two websites were less congruent (Paper 
, Table ). Both websites are in agreement that the museum climate with a controlled 
RH and temperature has the most beneficial indoor environment. Besides this, eCli-
mateNotebook considered the temperature-controlled church environment to be a risk 
while Physics of Monuments considered it to be safe. For the castle with a dehumidified 
room and a room with no climate control, Physics of Monuments evaluated them to be 
similarly safe, while eClimateNotebook ranked the dehumidified room to be safe but 
the uncontrolled environment to be a risk.

Both websites recognise the response delay as an important parameter in assessing dam-
age risk. eClimateNotebook uses a -hour running average for temperature and -day 
running average for RH. Physics of Monuments uses set delays for different types of 
objects (Martens ). It is clear that the response delay varies with, for instance, the 
material, volume and density of the objects. Therefore, to use fixed calculated response 
delays may give less reliable results than does excluding this factor. 

There are many details in this study and there are many possible reasons why the results 
from the two websites did not coincide for mechanical damage. However the most im-
portant conclusion is that the research on which such models are based is up to now not 
comprehensive. The ways in which the design of the models have interpreted and used 
existing research results are not clearly revealed. Also, there are knowledge gaps in the 
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literature, such as the influence of temperature, response delay and studies of dynamic 
climate conditions, which are not taken into account in the models. This is essential, 
not only to be able to establish safe climate ranges, but also to improve modelling and 
thereby make risk assessment websites as reliable as they should be.

4 .2  Field study: Exploring a cause-relation method to quantify past and present 
indoor environments and cumulative damage to objects (Papers II and III) 

4.2.1 Introduction 
It has been observed and reported that mechanical damage to painted wooden objects is 
more frequent in permanently-heated historic buildings in comparison with non-heated 
buildings. It is assumed that larger energy consumption will create increased tempera-
tures and reduced RH, which in turn could cause damage. However, the complexity and 
diversity of the materials and objects studied is large and the indoor climate monitoring 
which has been performed only reflects a very short time period in which the, often very 
old, objects have been subjected to the climate studied. The state of preservation of the 
objects as observed today is the cumulative effect of the indoor environment (and other 
influences) which the objects have been affected by, constituting the cause. The aims 
of both Paper II and Paper III were to quantify both the cause and the e!ect, by inves-
tigating the possibility of evaluating whether damage to painted wooden objects could 
be related to the total energy consumption and heating regimes over time. In Paper 
II the focus was on damage assessment 
and in Paper III the method of using heat 
output as a proxy for the indoor environ-
ment was described.

4.2.2 Method 
The method used two measures for stud-
ying the relationship under observation: 
) energy used for space heating (heat 
output) as revealed by archival sources, 
to extrapolate climate data and ) relative 
damage scores from the survey of paint-
ed wooden pulpits, which would serve as 
climate indicators. For this purpose  
mediaeval churches on the island Got-
land in the Baltic Sea were studied. The 
churches were all erected before ca  
and are similar regarding their building 
location, construction and materials as 

Fig. . Observation and registration of possible damage to 
wood and painted layers (Photo: Maria Brunskog).
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well as in their furnishing. They have also been subjected to rather similar climate con-
ditions. The time period chosen was  to , a period for which archival data is 
available on heating and fuel consumption. The pulpits in question used for the damage 
assessments are all similar in construction and components, and located in a similar 
position in all the churches. 

Energy consumption was used as a substitute for climate records, on the assumption 
that higher internal temperature and therefore lower relative humidity will occur more 
frequently in churches with greater expenses for fuel. A number of archives were studied 
and in some cases the parishes’ own records on heating systems and historic fuel con-
sumption. The heating systems used during different periods were revealed, including 
the systems’ efficiency, as well as each type of fuel’s specific energy value in order to 
quantify the output. Sometimes the parish account only specified the cost of the fuel 
and not the volume. Therefore the local fuel rate during the period was examined to 
extrapolate the consumption. The values were divided by the square meter area of each 
church, as a proxy for volume. Every fifth year was explored and therefore the total heat 
output was multiplied by five to compensate for the years not examined. Finally, the 
churches which today use back ground heating ( churches) and those churches not 
using back-ground heating ( churches) were also related to damage of the pulpits.

The damage survey, to explore the type and amount of damage, was performed on the 
pulpits in the  churches (Fig. ). Beforehand, a set of damage patterns for wood and 
paint was determined as damage indicators (cracks and open joints in the wood, delami-
nation of and craquelure in the painted layers, flight holes from wood boring insects 
and mould). These could be related to high, low or fluctuating RH. These indicators 
were strictly used without interpreting the origin of the damage or in any other way 
evaluating the damage. A subjective ranking from  (no damage) to  (high amount of 
damage) was used in order to quantify the damage. For the paint, two separate assess-
ments were made, one for the painted surface as one unit as well as one for the different 
colours of the polychromy. 

4.2.3 Results 
The study demonstrated that the energy used to heat a church in the past can be extract-
ed from public archives. It also pointed towards a possible relationship between damage 
and heat output. The results suggested that more damage is present in churches with a 
higher heat output and there was increased damage in churches using background heat-
ing compared to churches that did not. 

The study showed that it is possible to track the heating variations by using archival 
sources and parish accounts (Paper II, Fig. ). It is clear that the heat output was low 
and similar in the  churches until the end of World War II and that this was followed 
by a strong increase which lasted for approximately - years. 

Relating heat output to damage of wood and painted surfaces showed the results that 
follow. Painted layers appear to serve the purpose of damage indicators the best. There 
was no relation between damage to wood and flight holes and mould, as described in 
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both Paper II and Paper III, while the paint on the other hand showed weak or in-
termediate relation with the heat output as well with background heating. Although 
the tendencies were not strong, which is also indicated by the correlation analysis, the 
results showed similar tendencies; more craqelure was found in the aggregative paint 
layers subjected to the higher total heat output (Paper III). Dividing the paint accord-
ing to colour of the polychromy showed that there was more craqelure in paint from 
churches with background heating compared to churches without background heating 
(Paper II). Finally, craquelure in the paint layer and paint delamination was more fre-
quent in churches with background heating compared to churches without. However 
the correlation analysis only showed a low correlation with craquelure in paint (r2 = .) 
and none with paint delamination. Furthermore there was no relation between the age 
of the pulpits (ranging from  to ) and damage. The pulpits, in spite of being of 
different age, are all made of locally available wood (pine) and painted with the same but 
not identical type of paint. The pulpits also represent a fairly homogeneous population, 
in that they are immovable, and thus have been exposed in their exact original position, 
in the same cardinal direction and to the same outdoor climate (Paper II, Table ). The 
reason may be several but one is that it appeared as if at least some of the pulpits have 
been repainted repeatedly. Another reason may be that the indoor environment in the 
churches has not changed much before the th century and therefore the pulpits have 
adapted to the cool and humid circumstances. However, this method needs to be devel-
oped, in particular on improving the damage survey. Larger populations are required 
to validate the results. 

4 .3  Laboratory study: Monitoring moisture gradients in wood (Papers IV and V)

4.3.1 Introduction
The aim of most research in the cultural heritage sector on climate-induced damage to 
wood and other organic materials is to determine recommended climate ranges. Rarer 
are studies which monitor the actual influence of RH and temperature fluctuations 
over time. Areas such as the effect of low temperatures and the indirect influence on 
MC and subsequent deformation of materials are of importance for collections housed 
in historic, not fully climate-controlled, buildings. In such buildings a dynamic indoor 
climate prevails, different from that in climate-controlled museums. 

The aim of this study was to develop and use a method for monitoring moisture trans-
port in wood. By monitoring MC at different depths in wood it should be possible to 
study in detail the dynamic impact of RH and temperature. The device should be able 
to be used for long periods of time in situ in historic buildings and museums as well as 
in controlled laboratory experiments. 

The laboratory studies are presented in two papers. The first one (Paper IV) evaluated 
two methods for monitoring moisture gradients in wooden samples. The second paper 
(Paper V) used the preferred method emerging from Paper IV to study moisture dif-
fusion in wood subjected to various indoor climate conditions such as can be found in 
museums and historic buildings. 
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4.3.2 Method
In Paper IV, MSR data loggers monitoring RH and temperature were used to monitor 
moisture profiles in Scots pine samples (RH and T monitoring method). The results 
were compared to the results obtained by using Protimeter HygroTrac equipment which 
monitors MC in wood by resistance (resistance monitoring method). 

For the RH and temperature sensors, holes were drilled from the back (reverse) side of 
the wooden samples so that they reached different depths as measured from the opposite 
(front) side. The sensors were inserted in the holes, which were thereafter blocked in 
order only to monitor RH and temperature changes from the front side  (Paper IV, Fig. 
 and ). For the resistance monitoring method, metal pins were inserted in the wood, 
again from the reverse side. The monitoring depths for both methods were ,  and  
mm from the surface. Changes in MC of the wood at different depths were studied in a 
climate chamber programmed to imitate different fluctuations in RH and temperature 
(Fig. ).

For comparing the results of the two methods, the RH and temperature data of the 
RH and temperature monitoring method had to be converted to MC values. This was 
done by taking into account both hysteresis effects and T-dependence of the sorption 
isotherms. According to the modelling of the results this method appeared to be the 
more reliable of the two and was then further used in Paper V. 

In the second paper (Paper V) on the laboratory experiment, the RH and tempera-
ture monitoring method was used. The wooden samples were subjected to -day step-
changes of RH at different temperature levels and daily RH fluctuations at different 
temperature levels as well as to fluctuating temperature (Paper V, Fig.  and ). Moreo-
ver, daily fluctuations of different amplitudes with different set points ( and  % 

RH) at different temperatures 
levels were tested, simulating 
a museum indoor climate and 
colder historic buildings (Paper 
V, Fig. ). Finally, intermittent 
heating of a church, simulating 
heating episodes during Sunday 
services, was examined (Paper V, 
Fig. ).

Fig. . Wooden samples in the climate chamber and 
the two different pieces of equipment used for moni-
toring moisture transport discussed in Paper IV. On 
the top shelf are MSR data loggers monitoring RH 
and temperature and on the bottom shelf, Protimeter 
Hygrotrac loggers monitoring resistance.
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4.3.3 Results
The results of the two MC methods did not coincide. The RH and T monitoring meth-
od provided reliable and consistent data suitable for calculation of MC from the RH 
and temperature data monitored at different depths, while the data generated by the 
electrical resistance method was inconsistent with the model. The results using the RH 
and temperature method were promising and were used for the monitoring of moisture 
transport in wood in Paper V.

The results presented in Paper V illustrated that temperature had a clear impact on mois-
ture diffusion in wood. Low temperatures reduced the moisture diffusion rate, resulting 
in MC fluctuations of smaller amplitudes, both regarding daily fluctuations and for step-
changes. Further, the response delay was increased at lower temperatures compared to 
higher temperatures. Combined fluctuating RH and temperature showed that, for daily 
fluctuations, the MC amplitude size was between those at constant  °C and  °C. 

For step-changes ( days), in RH at a constant temperature, or a combined step-change 
for both RH and temperature, desorption of moisture is a slower process than adsorp-
tion. Corresponding MC fluctuations in the wood as a result of RH changes decreased 
gradually with the depth from the surface. A response delay was also noted which grad-
ually increased with depth.

A combination of a RH step-change and daily fluctuations retarded the time to reach 
EMC, which in this situation meant in that, in a given time period ( h), adsorp-
tion reached further compared to desorption. Because this phenomenon was more pro-
nounced closer to the surface, compared to deeper in the wood, the result was that MC 
at the three depths did not coincide but on the contrary spread over time. 

On simulated intermittent heating, temperature had very little influence. The short heat-
ing episodes did not influence the MC gradients permanently but instead they returned to 
similar levels between the Sunday services (Paper V, Fig. ) 

The sorption history of the wood is important and will influence the results of moisture 
transport measurements in dynamic environments. This must carefully be taken into 
account in laboratory experiments and modelling. Moisture transport is complex and 
further similar studies are needed also in combination with deformation studies.
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The overall goal of the work presented in this thesis has been to contribute to the under-
standing of the actual cause-effect relationship between dynamic indoor environments 
and wooden objects. The motivation was to understand the impact on hygroscopic cul-
tural heritage objects subjected to radical changes in the indoor environment such as 
to climate change or altered heating regimes in historic buildings. The question regard-
ing risks to preservation of museum collections on the one hand, and contribution to 
energy-efficiency measures, by allowing wider RH ranges in museums on the other 
hand, has been studied and debated in the conservation community since the s. 
However, environmental conditions and their influence on objects in historic buildings 
have not been investigated systematically. The combined effects of RH and temperature 
need to be incorporated into experiments to give a full picture of how wood responds to 
the indoor environment. 

From the research in the field of preventive conservation on allowable climate ranges for 
hygroscopic wooden cultural heritage objects, the yield strain developed during labora-
tory experiments has been proposed to be the safety margin to avoid plastic and thus 
permanent deformation. However, what needs to be further investigated is the span 
between the worst case scenario at equilibrium and the point where damage to objects 
actually occurs in various types of climates. It can be discussed whether the yield strain 
or the strain to failure should be used as the environmental criterion. Yield strain upon 
a step-change in RH or temperature can be measured accurately during laboratory ex-

5 
Discussion and conclusion
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periments but this is much more complicated for actual objects. Mechanical damage 
visible to a naked eye, such as cracks, craquelure or detachment of paint layers observed 
in objects must be considered permanent damage as a result of strain to failure. On the 
other hand, slight warping in wood can indicate either permanent damage or a transient 
elastic change wherein the material has not reached the yield strain. To identify actual 
objects which have undergone permanent deformation or yield strains but not yet strain 
to failure appears thus to be difficult. Such objects may also have been strain-hardened 
and are therefore more tolerant to changes in RH and temperature. The accumulated 
knowledge in the conservation field on climate-induced damage to hygroscopic materi-
als is not comprehensive. In some aspects it is ambiguous and in other aspects not fully 
investigated.

The contribution of this thesis consists of five papers, assembled into three adjacent 
parts, which investigated: ) the interpretation of the state of knowledge on the effect 
of RH and temperature on wooden objects in the field of conservation; ) a proposed 
method to relate damage to indoor environment in churches; and, ) a method to study 
moisture transport in wood during laboratory experiments as well as in field studies. 
These objectives were focussed upon through the three parts as follows:

5.1 Evaluation of how risk assessment websites are using existing research 
results on climate-induced damage and deterioration 
The closest agreement between the two websites studied was found for the museum 
environment (around  % RH and  °C). For the historic building environments 
the two websites obtained more diverse results. The credibility of the results from both 
websites for the museum environment is not proven just because they are similar how-
ever. Most research studying the effects of environments have been carried out at room 
temperature as found in museums, the more distant from such environments in RH 
and temperature, such as the indoor environments found in historic buildings, the fewer 
studies there are. It is possible that the larger uncertainties in the underlying research 
regarding environmental impact are reflected in the different results given by the risk 
assessment websites.

The temperature parameter was included in the models used by the websites regard-
ing chemical and biological deterioration and these results are in fact similar for both 
websites. For mechanical damage, both websites state that the temperature parameter is 
excluded in their models. Therefore, they are not adapted to environments with high or 
low RH and temperature levels and the specific implications those environments may 
give. Both websites use response delay in their models, but the methods used are dis-
similar. Studies on how to use response delay as a parameter to differentiate the response 
of different materials and different thickness have not been found. As reported in Paper 
IV and Paper V, the delay in moisture transport varies with depth in the wood and the 
delay is further increased by lower temperatures. How the delay in moisture transport 
influences deformation in general and at different depths is not known. Therefore, the 
relationship between dynamic moisture gradients and the mechanical impact on wood 
and other materials need to be analysed and these parameters incorporated in the mod-
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els underlying risk assessment websites. Similarly, understanding of this relationship 
and the appropriate parameters need to be reflected in guidelines and standards. 

According to the two websites, it is noted that the museum environment is not always 
safer than environments in historic buildings. By changing one of the parameters (RH 
or temperature), the risk of biological or chemical deterioration according to the web-
sites is almost eliminated. In this study, the environments in the historic building with 
temperature control and the historic building with dehumidification gave the safer re-
sults compared to the museum environment (Paper I, Table ). Looking at the results 
from risk for chemical and biological deterioration as well as mechanical damage (Paper 
I, Table ), where the results from the two websites agree, it appears dehumidification 
in historic buildings should be studied further as a method for beneficial overall indoor 
environment for cultural heritage objects of wood.

5.2  Exploring a cause-relation method to quantify past and present indoor 
environments and cumulative damage to objects 
Population studies are one way to investigate the impact of indoor environment on cul-
tural heritage objects. In order to be able to relate these parameters, the challenge is both 
to quantify the indoor environment and to assess damage. The method of using archive 
records to quantify the energy use of the  churches is rare. To repeat the method, 
similarly comprehensive archives are necessary. While such data might be available for 
the occasional building it is probably rare for larger numbers of similar buildings. The 
criticism of using damage assessment as a method of relating damage to indoor environ-
ment is extensive, as revealed in Section .. These arguments run counter to a large 
extent to the research on cause-effect relationship studies as used in Paper II and Paper 
III, and discourage such studies of damage assessment in general because the cultural 
heritage objects and the environment in historic buildings are by nature heterogeneous. 
It is true that existing damage-assessment methods are inaccurate and that the uncer-
tainties are many. However, Section . further reviews adapted methods whereby the 
value aspect and subjective interpretation of the results are avoided in order to more 
directly relate mechanical damage to indoor environment. This was the approach was 
used in Paper II and Paper III.

It is pointed out that the results reported in Paper II and Paper III are not sufficient to 
give clear outcomes (Druzik & Boersma ). The correlation analysis in Paper III gave 
a weak correlation (r2 = .) for the relationship between craquelure in the paint layers 
and total heat output in the churches (Paper III, Table ). This result could be expected 
from the heterogeneous materials in the objects and indoor environments as well as by 
the small population of only  pulpits and churches. Therefore, the results can only be 
seen as an indication. However, in Paper II the relationship between craquelure in the 
paint for each of the various colours on the pulpits and churches with background heat-
ing as well as without background heating (Paper II, Fig. ) was studied and the same 
tendency was found. Damage was more apparent in churches with background heating 
compared to churches without any heating. These two results support the observations 
that painted wooden objects are reported to be damaged in buildings which are heated 
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compared to those which are non-heated. Putting the results from Paper II and Paper 
III in context with the few other studies reported in the literature where deformation 
in uncontrolled indoor environments has been monitored (Chapter . and Table ), 
there are indications that RH changes of less than +/-  % RH at room temperatures 
show elastic strains below the yield strain. However, in the non-heated church (Ol-
stad ) with larger RH fluctuations ( to  +/-  % RH), yield strains were not 
reached either, and the state of preservation of the wooden sculpture monitored was bet-
ter compared to the objects in the heated church with an indoor environment of  to 
 +/- - % RH. The weak point in the analysis of the studies listed in Table  is the 
duration of the RH change because it varies between the studies in the range of weeks 
to months. Daily changes could not be deduced in all the studies and could therefore 
not be compared. As reviewed in Section ., the duration of short-term and long-term 
fluctuations in RH and temperature are not defined. As a result it makes comparisons 
of different studies problematic. 

If it is assumed that background heating reduces RH from high levels to mid-ranges 
and temperatures from low in winter to cool temperatures, it would also be expected to 
be more beneficial for wooden objects. It is further assumed that background heating is 
generally used only during the colder part of the year and therefore the indoor environ-
ments in non-heated churches and churches with background heating should be similar 
during the warmer seasons. In Fig. , which shows the indoor environments in one 
museum and four historic buildings, the black curve represents the temperature control 
not allowing temperature below  °C, resulting in very low RH during the winter 
period. The background heating set points are normally lower ( to  °C according to 
Paper III). The resulting craquelure in the paint layers is therefore assumed to be due to 
either too low RH in the winter period or to the difference in RH average in environ-
ments between summer and winter periods. It is generally assumed that seasonal drifts 
in RH set points are harmless to hygroscopic objects. However, studies have shown that 
fluctuations of three months are harmful to certain types of objects (Pretzel ), and 
there have not been any studies on seasonal changes in combination with large daily 
fluctuations as shown in Fig. . 

The additional damage indicators that were chosen for this study (cracks in wood, open 
joints, mould and flight holes) did not give clear results. It was shown that cracks could 
not be related to the total heat output or background heating. Instead the crack was 
confirmed by a photograph from the late th century to have existed before more per-
manent heating was introduced (Paper III, Fig. ). The ClimateWood project came to 
the same conclusion: shrinkage cracks in the objects studied occurred before , that 
is, before entering the museum collection (van Duin ; Ekelund et al. ). It is 
therefore concluded that these damage patterns need to be further studied before being 
generally accepted as climate indicators. 

It is hoped that damage assessment methods can be developed to become more reliable 
since this would be beneficial for comparing the impact of indoor environment and 
laboratory results. This importance is also emphasised by Druzik & Boersma (). 
In Paper II and Paper III, damage was quantified subjectively and the results have their 





limitations. There are computer programs monitoring and calculating, for example, 
dust-particle concentration or estimating the extent of rust on metal surfaces. This type 
of method could be useful for paint delamination or exit holes from wood-boring bee-
tles. However, it is more challenging for sculptured objects or for mould growth, which 
often is found hidden inside or behind furniture in more moist areas. For the indoor 
environment, it is important that both the current indoor environment and the historic 
indoor environment are related to damage. It is clear that if only the current environ-
ment is taken into consideration this may give misleading correlations if the damage 
developed in past times.

5.3  Designing a method and studying moisture transport in wood exposed to 
well-defined and controlled environments in a climate chamber using the RH 
and T monitoring method 
Disadvantages with the commonly-used resistance methods for monitoring in wood are 
that they are dependent on continuous direct contact between the electrodes and the 
wood, and this may cause monitoring errors when wood shrinks and swells. Moreover, 
the instrumental accuracy of the resistance method is not consistent over the entire RH 
range; in particular, measurements in the lower RH regions are inexact. For the purpose 
of accurately monitoring moisture distribution over time, an alternative method was 
developed. The RH and T monitoring method has in this respect important advantages. 
It is independent of mains electric current and is able to be used for long periods of time 
in laboratory settings as well as in historic buildings. 

The RH and T monitoring method was used in a series of experiments where RH and 
temperature were varied in a climate chamber to study step-changes, short term fluc-
tuations and imitate indoor environments in museums as well as historic buildings. A 
number of results clearly showed not only the influence of RH, but also the influence of 
temperature on moisture transport and response delay in wood. The results support the 
work reported in Paper II and Paper III indicating that low temperatures are beneficial 
for wooden objects and that the negative impact of short-term fluctuations in the high 
RH range is reduced if the temperature at the same time is low. 

It was shown that large RH step-changes together with daily RH fluctuations will de-
lay or even prevent the wood from reaching EMC. Instead, MC at certain depths can 
become much higher than EMC during the combination of a step-change and daily 
fluctuations (Paper V, Fig. ), despite the fact that MC of wood should not be able to 
exceed EMC when only in contact with ambient air. This property seems to be linked 
to the difference in adsorption and desorption rates during a fixed period of time. The 
common method to determine MC and EMC is by weighing wooden specimens, but 
this will only reflect the mean amount of moisture in the sample and does not reflect the 
moisture distribution. It also contradicts the reported results that liquid water cannot be 
found in wood up to . % RH (Thygesen et al. ). The possibility that wood po-
tentially, at times, can show higher levels of moisture than EMC at certain depths does 
have implications on modelling, but, it is also important due to the increased risk for 
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mould or wood-boring beetles. This possibility needs to be validated since no published 
data on a similar phenomenon has been found. 

Due to the varied delay of moisture transport at different depths in wood a phase shift 
was noticed. It is not known when the largest stress or strain would occur, whether in 
in-phase or out-of-phase situations. It may also be possible that this situation results in 
repeated stress and stress relax situations through the wood. In a study by Jakieła et al. 
(), evolution of fractures in wood was traced by using the AE method. In Fig.  of 
their paper, two consecutive energy periods related to fracturing were observed upon a 
change in RH and temperature. This phenomenon may be related to in-phase and out-
of-phase conditions.

The Fickian diffusion model and the conversion of the monitored RH and T data used 
in Paper IV and Paper V were based on EMC at the monitoring depth and not MC as 
an average of the wooden specimen. It has been argued in this thesis that using EMC 
instead of the actual MC does not give the correct data for the models of moisture 
transport and subsequent deformation. However, the models used were developed us-
ing EMC as a parameter and therefore the EMC at each depth was used for our model. 
MC, on the other hand, indicates that there are moisture gradients present in the wood, 
although the actual moisture distribution in the wood is still not known. The average 
weight in relation to dry weight of the wooden sample could be used to determine MC, 
but other parameters will also influence the models, such as the thickness of the sample 
or the type of object. To what extent this creates significant errors in the modelling and 
estimated actual deformation of the wood is uncertain. The model used for the work 
reported in Paper IV and Paper V was improved upon by including the hysteresis in 
the model. According to Lund Frandsen et al. () EMC is not only dependant on 
the current ambient RH but also on the RH history. By not including the hysteresis 
dependence of sorption in wood, it can result in a deviation of  to  % for the MC 
at a given RH. 

5.4  Studies of the indirect influence of low temperatures and relative humidity 
fluctuations present in historic buildings on deformation and moisture 
sorption rates in wood 
The results reported in the papers presented in this thesis indicate that low temperature 
is beneficial for wooden objects, since moisture diffusion is retarded. The implication 
is that deformation in wood is reduced by low temperature. This may be a contributing 
factor to why wooden objects are reported to be in a fairly good state of preservation in 
non-heated buildings. Limited published research results on the influence of low tem-
peratures on wood have been found. The reported opinions on the effects of low tem-
peratures varies from causing severe damage to varnish, paint or gilded layers on wood, 
to having no or little impact or to be beneficial in combination with high levels of RH. 
Hence, which temperature levels can be recommended or should be avoided, how other 
materials than wood are influenced by low temperatures and the risk of damage due to 
passing of Tg must be studied in more detail before any recommendation can be given. 
However, referring to the results of this thesis and review of state-of-the-art research, 
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it is uncertain whether dynamic historic building environments are more harmful or 
less harmful to wooden objects than the environments commonly studied in laboratory 
experiments. During a full year or more in a non-heated building it is likely that there 
are periods that are both better and others which are worse compared to the worst case 
scenario defined in most laboratory-based studies.

Scientists agree that the impact of global climate change will result in an increase in 
temperatures which will also have a certain impact on the indoor environment, in par-
ticular in non-heated historic buildings. The effect on RH in those buildings is less 
clear due to geographical location, type of building, the building envelope and RH and 
temperature difference between seasons. It is of utmost importance to closely follow the 
long-term changes in the indoor environment in cultural heritage buildings as well as 
the impact on various types of objects in order to validate the predictive models used for 
climate-induced damage to objects and buildings. A more abrupt change in the indoor 
environment is the installation or changing of a heating system of a historic building, 
which can result in a large negative effect on the objects. 

Dehumidification as an alternative to conservation heating in non-heated and intermit-
tently-heated historic buildings could be more used in order to benefit from the positive 
influence of low temperatures. Thereby, a slightly higher RH set-point of maybe  % 
RH could be allowed as long as the temperature remained low, since the lower tempera-
ture will reduce the effect of short-term RH fluctuations. Care must however be taken 
not to increase the RH set-point due to the risk of mould.

For museum storage, the results of the papers in this thesis on low temperatures support 
research that suggests that temperatures can be allowed to follow the outdoor tempera-
tures. For instance, in air-tight and buffered stores and archives, the temperature can 
be allowed to drift and stay cooler during winter periods, so-called bu!ered conservation 
heating (Ryhl-Svendsen et al. ). This should be a win-win solution for preservation 
of objects as well as saving energy in museums and historic buildings. 
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It is clear that each laboratory study cannot simultaneously study all parameters that 
influence objects in their actual environments. In in situ studies, the impact of several 
parameters sometimes cause synergetic effects and the influence of each may be hidden. 
Therefore, in order to fully understand how wooden objects respond to the indoor en-
vironment, it is suggested that laboratory experiments and modelling be complemented 
with, and closely related to, observations and monitoring of actual objects and experi-
mental specimens in museums and historic buildings. 

To obtain statistically significant results, larger population studies and more compara-
ble studies are required. Additional methods and collaboration between multidiscipli-
nary researchers and institutes is needed. This is not new: 

ÔA statistical approach is clearly essential. Hopefully there may be a day when many galleries 
keep careful records of damage occurring, treatment given and environmental conditions. "ese 
records should be as quantitative as possible and exchangeable between museums. It seems to me 
that this approach is as much a basic duty of museums as a specialised scientiÞc investigationÕ 
(Thomson  pp. -)

There are still challenges to overcome, such as how to quantify indoor environments and 
damage to make reliable correlation studies. For instance, a new approach for damage 
assessment has recently been developed within the ClimateWood research project. It 
studies decorated wooden panels and takes into account the objects’ construction, type 

6 
Suggested future research
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of material, their condition and history. Although time consuming, the project has 
examined almost  objects, which will serve as base for experimental and modelling 
studies (Ekelund et al. ). Pretzel () suggests additional methods to quantita-
tively analyse climate data in order to make data from different locations comparable. 
He stresses the importance of including the impact of fluctuations of different intervals 
to specify permissible climates, and that, in order to predict the rate of occurrence of 
unsafe changes, a statistical approach is needed. Hence, it would be useful to develop 
standardised methods of how to monitor indoor environments, moisture transport and 
subsequent deformation in experimental specimens and objects in laboratory experi-
ments as well as in situ. For instance, Camuffo and Bertolin () have discussed how 
to define MC and have brought forward the complex task of monitoring MC in cultural 
heritage materials. 

The methods that have been used so far for monitoring mechanical changes and damage 
to wood should be validated and compared in relation to each other, since the monitor-
ing equipment employed has different resolution and monitors different parts of the 
material or object. For example, methods such as holography-related interferometry and 
speckle methods give instant response of the monitored material just below the surface 
on a RH change, while methods employing linear transducers appear less sensitive and 
study deformation of thicker parts or the entire thickness of the objects. 

Suggested future focussed research projects include:

• Comparison of the effect of step-changes and worst case scenarios in relation to dy-
namic environments at different temperatures

• The impact of dynamic moisture gradients in relation to stress and deformation. To 
what extent moisture gradients create temporarily-increased and decreased stress lev-
els inside wood, and how this influences damage, is not fully known 

• Moisture transport, response lag as well as response rates are factors that influence 
the deformation and stress levels in wood. To what extent maximum stress or strain 
will be reached upon each RH fluctuation or combination of RH and temperature 
fluctuations of different magnitude and duration is neither completely investigated 
nor understood 

• Laboratory experiments which focus on the impact of mechano-sorptive creep and 
stress relaxation by imitating RH, temperatures and restraints experienced by cul-
tural heritage objects in historic buildings and in museums environments 

• Evaluating whether EMC or MC has the better correlation to damage in wood, and 
to improve the mathematical models to additionally reflect the impact of dynamic 
RH and temperature environments. 
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Term    Explanation

Adsorption and absorption In the context of wood in contact with the air, ad-
sorption is the adhesion of water molecules to the 
sorption sites on the surface of the cell walls of the 
wood. Absorption is a process were water molecules 
(fluids) assimilate throughout the bulk of the wood

Anisotropic Wood has the property of being directionally de-
pendent. It means it exhibiting different properties 
in different directions, that is the tangential, radial 
and longitudinal directions

Asymptotic Approaching a given value or condition infinitely 
close. For instance an exponential curve and a line 
that get ever closer but do not intersect

Back ground heating Keeps a low general temperature above the freezing 
point in building 

Coe#cient of thermal expansion A measure of the relative change of dimension 
caused by temperature change. In completely dry 
wood it is positive in all directions; that is, wood 
expands on heating and contracts on cooling

7 
Glossary of terms
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Compression set   Permanent deformation remaining when a 
or compression shrinkage  previously applied force is removed

Conservation heating   Regulates RH of the indoor environment by 
(hygrostatic heating)  varying the temperature 

Creep  Time-dependant deformation exhibited by a mate-
rial under a constant load. The deformation or creep 
slowly increases with time under constant stress. 
Creep consists of an elastic part (viscoelastic) and 
permanent (viscous) and the latter will remain upon 
unloading

Creep-recovery The deformative recovery which occurs when the 
load is removed from the wood 

Damage Unwanted irreversible change

Damage function A quantitative expression of cause and effect rela-
tionships between environmental factors and mate-
rial change

Deformation  Displacement of the material which can either be 
elastic (recoverable) or plastic (permanent)

DehumidiÞcation Reducing the levels of RH of the air without chang-
ing the temperature

Desorption Releasing moisture upon a drop in RH

Di!usion The movement of molecules from a region of high 
concentration to an area of low concentration

Di!usion coe#cient (di!usivity) A quantitative measure of the kinetic diffusion rate

Dose-response relationship A subgroup of damage function. A dose-response 
function shows the relationship between the accu-
mulated dose of a hazard such as light or a pollutant 
gas to measureable change in a material

Elastic modulus (modulus,   Ratio between a stress and a strain. Measures a 
Young modulus or modulus  material’s resistance to being deformed when a 
of elasticity.    force is applied to it in the elastic region (below the 
Abbreviated E or MOE)  yield strain). It is defined as the slope of its stress- 
    strain curve and measures a material’s stiffness  
    or flexibility. A stiffer material will have a higher 
    elastic modulus
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Equilibrium moisture content  Moisture content at which the wood is neither 
(EMC)    adsorbing nor desorbing moisture from the  
    ambient air but is in balance with the ambient air

Fatigue The progressive weakening or localised structural 
damage of a material, such as wood or metal, which 
is subjected to cyclic loading. When sufficiently 
high and repetitious, cyclic loading stresses can re-
sult in fatigue failure

Fibre Saturation Point (FSP) It denotes the point in drying process of wood at 
which water only remains in the wood as bound 
water in the cell walls and the free water has been 
removed from the cell cavities. Below FSP is the hy-
groscopic range

Historic building environment Indoor environment in a historic building which is 
often less climate-controlled compared to a museum

Hygroexpansion Swelling or shrinkage in wood materials due to 
changes in moisture content which causes stresses 
in the cross-section of the wooden structure

Hygroscopicity A measurement of a material’s ability to adsorb or 
desorb moisture as a function of RH

Hygroscopic range The moisture content range below FSP. Liquid wa-
ter does not exist in wood except as bound water in 
the cell walls or as vapour in the lumen

Hysteresis EMC attained by wood exposed to a constant RH 
and temperature level will become higher if reached 
during desorption compared to adsorption

In-plane deformation Lateral shrinkage and swelling of the wood

Intermittent heating Heating strategy used for instance by churches 
which normally are non-heated or use background 
heating but are temporarily heated during Sunday 
services or other events 

Longitudinal direction  Wood’s lengthwise direction

Lumen (cell lumen) The voids or cell cavities in wood
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Mechano-sorptive creep   Deformation which occurs when wood is subjected 
(mechano-sorptive   simultaneously to a load and changes in MC 
deformation mechano-sorption)  

Moisture content (% MC) The mass of water in relation to the oven-dried 
wood, expressed as a percentage

Moisture di!usion Includes water vapour diffusion in the lumen voids, 
the pit openings as well as bound water diffusion in 
the cell walls

Moisture transport   A general expression for the movement of 
(moisture transfer)   moisture in wood. Consists of diffusion as well as  
    adsorption and desorption

Museum environment In this thesis defined as an indoor environment 
strictly RH- and temperature-controlled for the 
benefit of the objects, with a temperature level suit-
able for visitors and employees

Out-of-plane deformation Warp movement such as cup, bow, crook or twist of 
a wooden plank 

Plastic deformation   A permanent displacement of a material which will 
(permanent set)   remain after the stress has been removed, creating  
    irreversible change in the structure 

Radial direction Quarter sawn wood

Scanning curves Intermediate isotherms which ‘cross over’ between 
the boundary curves of the sorption isotherms. 
They are formed when sorption does not follow the 
full RH range from  to  % RH but is reversed

Sigmoidal S-shaped

Sorption  A physical and chemical process by which water 
molecules become attached to one another. It can 
be explained as a displacement of the equilibrium 
between water vapour, sorption sites and bound 
water (adsorbed moisture). Different use of sorp-
tion has been found in literature:

 ) Synonymous to adsorption 
 ) Either the process of adsorption or desorption
 The second definition is used in this thesis





Sorption isotherms The relationship between EMC in the wood In the 
hygroscopic range and RH of the ambient air at 
constant temperatures 

Sorption sites Available hydroxyl groups in the cellulose 

"ermophoresis Migration of a colloidal particle or large molecule in 
a solution in response to a macroscopic temperature 
gradient 

Steady-state and    In a steady-state diffusion process the moisture 
unsteady-state di!usion  concentration gradient is constant and independent  
    of time during the moisture diffusion. In unsteady- 
    state diffusion the moisture concentration  
    gradients changes over time and the diffusion flux  
    is hence time-dependant

Strain  Strain is the unit deformation, which is deforma-
tion per unit of original length. It is calculated as 
the change in length divided by the specimen initial 
length, usually the dry length

Strain hardening Strengthening of a material by plastic deformation

Strength The ability to sustain an applied stress without fail-
ure. The strength of a material is synonymous with 
resistance of the material

Stress External stress is the force or load acting on a unit of 
area. It is calculated by dividing the force (load) ap-
plied to the test specimen by its cross-sectional area. 
Internal stress may arise from moisture gradients in 
the wood, mechanical restraints, macroscopic ani-
sotropy as well as microscopic anisotropy of the cell 
wall itself

Stress relaxation (relaxation) If a displacement (strain) is applied instantaneously 
and held constant over time, the stress will subside 
with time. The internal resistance stress “relaxes” 
under constant strain

Tangential direction Flat sawn wood

"ermal conductivity A measure of the rate of heat flow through the 
thickness of the material
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Ultimate strength and   Upon loading, ultimate strength is the maximum 
ultimate stress   strength the material can resist prior to failure.  
    Stress corresponding to the ultimate strength is  
    known as the ultimate stress

Viscoelastic deformation Viscoelastic deformation is the elastic part of creep 
which will recover upon unloading

Warp Out-of-plane deformation
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